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I. SUMMARY 

Springborn Laboratories is engaged in a study of evaluating potentially use- 

ful encapsulating materials for Task 3 of the Low-Cost Silicon Solar Array pro- 
ject (LSA) funded by DOE. The goal of this program is to identify, evaluate, 

and recommend encapsulant materials and processes for the production of cost- 

effective, long-life solar cell modules. 

This report presents the results of a cost analysis of candidate potting 

compounds for long life solar module encapsulation. Additionally, the two major 

encapsulation processes, sheet lamination and liquid casting, are costed on the 

basis of a large scale production facility. The costs found for these items are 

presented as follows : 

Pottant 

EVA, sheet, clear 

EVA, sheet, pigmented 

EPDM, sheet, clear 

Aliphatic urethane, syrup 

PVC Plastisol 

Butyl acrylate, syrup 

Butyl acrylate, sheet 

EncaDsulation Process Cost 

Sheet lamination technique 

Liquid casting technique 

Manufacturing 
cost $/ft2 

$ 0.09 

0.10 

0.10 
0.18 

0.10 

0.06 

0.08 

$0.87 

0.81 
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IT.. INTRODUCTION 

The goal of this program is to identify and evaluate encapsulation materials 

and processes for the protection of silicon solar cells for service in a terres- 

trial environment. 

Encapsulation systems are being investigated consistent with the DOE objec- 

tives of achieving a photovoltaic flat-plate module or concentrator array at a 

manufactured cost of $0.70 per peak watt (1980 dollars). The project is aimed 

at establishing the industrial capability to produce solar modules within the 

required cost goals by the year 1986. 

To insure high reliability and long-term performance, the functional compo- 

nents of the solar cell module must be adequately protected from the environment 

by some encapsulation technique. 

tioning include moisture, ultraviolet radiation, heat build-up, thermal excur- 

sions, dust, hail, and atmospheric pollutants. Additionally, the encapsulation 

system must provide mechanical support €or the cells and corrosion protection 

for the electrical components. 

The potentially harmful elements to module func- 

Module design must be based on the use of appropriate construction materials 

alad design parameters necessary to meet the field operating requirements, and to 

maximize cost/performance. 

Assuming a module efficiency of ten percent, which is equivalent to a power 
2 output of 100 watts per m 

may be calculated as $70.00 per m . 
available for encapsulation due to the high cost of the cells. The encapsulation 

2 cost allocation may then be stated as $3.80 per m2 ($0.35 per ft ) which includes 

all coatings, pottants and mechanical supports for the solar cells. 

in midday sunlight, the capital cost of the modules 

Out of this cost goal only 5.4 percent is 2 

Assuming the flat-plate collector to be the most efficient design, three dif- 

ferent basic design variations have been considered: (a) Substrate bonded, with 

the cells supported from the underside, (b) Superstrate bonded, with the cells 

supported on the topside with a rigid transparent material, and (c) laminated, 

with the cells encapsulated in a single material. 
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Solar cell modules are presently envisioned as being composed of six basic 

construction elements. These elements are (a) outer covers; (b) strtictural and 

transparent superstrate materials; (c) pottants; (d) substrates; (e) back covers; 

and (f) adhesives. Current investigations are concerned with identifying and 

utilizing materials or combinations of materials for use as each of these ele- 

ments 

Extensive surveys have been conducted into many classes of materials in 

order to identify a compound or class of compounds optimum for use as each con- 

struction element . (a) 

The results of these surveys were also useful in generating first-cut cost 

allocations for each construction element, which are estimated to be as follows 

(1980 dollars) : 

Cost Allocation* 
Construction Elements (S/Ft21 

Substrate/Superstrate 

Pottant 

Adhesive 

Outer cover 

Back cover 

0.19 

0.08 

0 -06 

0.01 

0,07 

*Allocation for combination of construction elements: 
2 2 $0.35/ft ; $3.8Q/m . 

From this work, it became possible to identify a small number of materials 

which had the highest potential as candidate low cost encapsulation materials, 

The following chart shows the materials of current interest and their anticipated 
functions: 

(a) Willis, P., Baum, B., Encapsulation Task 3rd Annual Report, DOE/JPL-954527, 
Springborn Laboratories, Inc., Enfield, Conn., June 1979 
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Candidate Encapsulation Materials 

Structural Element 
Superstrate Design 

Soda-Lime Glass 

Substrate Design 

Fiberboard 
F lakeboard 
Mild steel 
Glass reinforced 
concrete 

Elastomeric Pottant Cover Adhesives 

Ethylene/vinyl acetate Mylar As required 
Ethylene/propylene diene Tedlar 
Polyvinyl chloride 

Poly-n-Butyl acrylate 
Silicone/Acrylate blends 
Aliphatic Polyurethanes 

plastisol Aluminum foil 

(same as above) Korad 201-Et. 
Tedlar 100 BG- 
-30 UT 

Recent efforts have emphasized the identification and development of potting 

compounds. 

marily sene as a buffer between the cell and the surrounding environment. The 

pottant must provide a mechanical or impact barrier around the ce.11 to prevent 

breakage, must provide a barrier to water which would degrade the electrical out- 

put, must serve as a barrier to conditions that cause corrosion of the cell metal- 

lization and interconnect structure, and must serve as an optical coupling medium 

to provide maximum light transmission to the cell surface and optimize power output. 

Pottants are materials which provide a number of functions, but pri- 

Pottants must obviously have very high transparency, with the exception of super- 

strate bonded designs in which cells are electrostatically bonded to the trans- 

parent superstrate and have no pottant over the front surface. 

This report presents the results of a cost analysis performed for each of the 

candidate potting compounds of current interest and for each of the two encapsu- 

lation techniques being considered for large scale module manufacture. 

included for consideratiw in the analyses were raw material cost, capital in- 

vestment, equipment depreciation, labor, utilities, return on investment, etc. 

Each costing exercise is presented with a flow chart of the anticipated production 

method, itemized pricing of each step (appendixed) and a final summary sheet 

Factors 

showing the projected cost of the compound or process in question. 
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111. MANUFACTURING COST ESTIL4?iTES 

A. EVA, SHEET, CLEAR 

A f t e r  an extensive inves t iga t ion  of t ransparent  elastomers, ethylene/vinyl 

acetate (EVA) w a s  se lec ted  from a c l a s s  of low-cost polymers as being a l i k e l y  

candidate pot t ing  compound f o r  use i n  the  fabr ica t ion  of s o l a r  c e l l  arrays.  

Its se l ec t ion  w a s  based on r e s i n  cos t  (approximately $0.59 per  pound) and an ap- 

propr ia te  combination of high o p t i c a l  transparency and easy processing conditions.  

This polymer a l s o  showed the  most promising proper t ies  f o r  immediate use with a 

s m a l l  amount of modification, bu t  without extensive development e f f o r t s .  

EVA is  ava i lab le  from the  manufacturer (Elvax 150 - DuPontl as f r e e  flowing 

p e l l e t s .  I n  order  t o  convert the  polymer t o  a form usefu l  f o r  t he  encapsulation 

of s o l a r  modules, two operations must be performed; compounding and extrusion. 

In  t h e  compounding stage, o the r  chemicals are added t o  the  polymer t o  improve 

its weathering r e s i s t ance ,  improve i ts  thermal s t a b i l i t y  and t o  enable it t o  be 

cured t o  t ransparent  creep r e s i s t a n t  rubber. In the  extrusion s tage ,  the ma- 

t e r i a l  is converted t o  shee t  form from which it may be conveniently wound on a 

core and s tored  i n  r o l l  form. Additionally,  the shee t  form is desirable f o r  eo- 

capsulation using the  vacuum lamination techniqGe, described later i n  t h i s  r e s o r t .  

In ac tua l i t y ,  t he  compounding and extrusion s tages  a r e  conducted simultaneously. 

The process of int imate  mixing and shee t  formation is done a t  the  same t i m e  i n  

t h e  extruder.  

The s t eps  envisioned i n  the la rge  s c a l e  production of compounded EVA shee t  

are shown on the  production flow cha r t  on page number 3-4. The s t eps  cons is t  

of !a) materials r e c e i p t  and s torage,  (b) weighing and blending (s teps  1, 1 2 ,  14)  

t o  y ie ld  "hopper feed" which is then fed t o  the  (c) extruder from which the  sheet 

is  prepared ( s t ep  4 ,  5 ) .  The f u l l y  compounded shee t  is  then wound onto cores f o r  

shipping (s teps  7,161. To conserve r a w  materials, the  rough edges of the  ex- 

truded sheet  are cu t  o f f  and fed i n t o  a granulator  ( s tep  8) f o r  recycl ing i n t o  

the  feed hopper. 

Each s t ep  of t h i s  production process has been costed out  t o  y i e ld  what i s  

hoped t o  be a realist ic cos t  i n  terms of 1979 do l l a r s .  Factors used i n  the  ca l -  

cu la t ions  included raw materials, d i r e c t  and i n d i r e c t  labor ,  f r e i q h t ,  insurance,  

depreciat ion and c a p i t a l  equipment. The estimates are tabulated on the  summary, 
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page 3-3. Based on these calculat ions,  the  cos t  €or t ransparent  EVA sheet  on 

a production bas i s  is  found t o  be $0.095 per  square foot  i n  20 m i l  thickness.  

The reader is refer ed t o  Appendix I f o r  t he  assumptions and details of 7 
these calculat ions.  
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SUNMARY 

MANUFACTURING COST ESTIMATE 
EVA SHEET, CLEAR 

(Formula A99181 
Sheet Thickness; 20 m i l s  

Operating cos t s  
V a r i a b l e  
Raw materials 
D i r e c t  Labor 
Fringes on d i r e c t  labor,30% 
U t i l i t i e s  
Freight  i n  and au t  
Packaging 
Maintenance suppl ies ,  1% 

of 1.295,900 
Maintenance labor,  1% of 

1,295,900 
Other supplies 
By products-credits 

Fixed 
Indi rec t  labor,  0.6 x d i r e c t  

Fringes on ind i r ec t  labor,30% 
Depreciation 
Insurance and taxes, 3% of 

Maintenance supplies,  1% of 

Maintenance labor,  1% of 

labor 

1,295,900 ' 

1,295,900 

1,295,900 

Manufacturing cos t  

Working c a p i t a l  485,800 

ROI before tax a t  20% of 
1,295,900 + 485,800 

Manufacturing cos t  + ROI 

Capital  Equipment and Buildings 

862,900 
433,000 

1,295,900 

Annual, $ 

6,227,800 
276,300 
82,900 

202,100 
21,600 --- 
13,000 

13,000 
521 , 300 

7,358,000 
--- 

165,800 
49,700 

144,900 

38,900 

13 , 000 

13,000 
425,300 

7,783,300 

356 , 300 

8,139,600 

Life  

7 yrs  
20 yrs  

85.284 mil l ion 
f t2/yr  

$ per  sq. f t .  

0.0730 
0 0032 
0.0010 
0.0024 
0.0003 --- 
0.0002 

0 * 0002 
0.0061 

0.0863 
--- 

0.0019 
0.0006 
0.0017 

0.0005 

0.0002 

0.0002 
0.0050 

0.0913 

0.0042 

8,568,000 
a s / Y r  

$ per  lb 

0.7269 
0.0032 
0.0097 
0.0236 
0.0025 

0.0015 

0.0015 
0.0608 

0.8588 
--- 

0.0194 
0.0058 
0.0169 

0.0045 

0.0015 

0.0015 
0.0496 

0.9084 

0.0416 

0.9500 

Annual Deweciation 

$ 123,271 
,21,650 
144,921 

$ 144,900 

% 

80.01 
3.55 
1.07 
2.60 
0.28 
-0- 

0.17 

0.17 
6-70 

94.54 
--- 

2.13 
0.64 
1.86 

0.50 

0.17 

0.17 
5.46 

100.00 
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SPRINGBORN LABORATORIES, INC. 

PRODUCTION FLOW CHART 
EVA, CLEAR 

(Formula A99181 
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5. EVA, SHEET, PIGMENTED 

The pigmented EVA formulation is based on the  same resin and production 

pr inc ip les  as the  clear equivalent described i n  Section 111. A. Although t h e  

chemistry of t he  s t a b i l i z a t i o n  system is  somewhat d i f f e r e n t ,  t he  primary d i f -  

ference i s  the inclusion of pigments t o  give the shee t  a white color .  The 

reason f o r  t h i s  i s  t h a t  a white background behind the  c e l l s  s~erves t o  r e f l e c t  

the  l i g h t  back towards the  surface of t h e  module causing i n t e r n a l  r e f l ec t ion .  

The r e s u l t  of t h i s  is  t h a t  more l i g h t  energy is  u t i l i z e d  and the  power output 

of the module is increased, , 

Although t h e  compounding and extrusion s teps  are e s s e n t i a l l y  the  same as 

f o r  the c l e a r  material, an addi t iona l  step must be added i n  which the  pigment 

i s  dispersed. 

feed are unsuccessful. The extruded shee t  shows s igns  of s t reaking,  undis- 

persed clumps of powder, and o ther  s igns  of improper blending. 

a r e  only overcome by predispersing the  pigments i n  a.small amount of r e s i n  t o  

give a "masterbatch" of compounded p e l l e t s  t h a t  may then be added t o  the  hopper 

feed. 

on the s i d e  before the  product is fed i n t o  the  main blender t h a t  suppl ies  the 

"hopper feed" f o r  the  primary extrusion operation. 

Simple addi t ion of the  pigments t o  the blender t o  give a hopper 

The d i f f u l t i e s  

This preparat ion of masterbatch requires  a separate  compounding s t e p  

(D 

The s t eps  involved i n  the  la rge  s c a l e  production of pigmented EVA shee t  

a r e  out l ined on the  production flow c h a r t  on page number 3-8. The primary 

compounding s teps  can be seen t o  be t h e  same as  f o r  t he  clear compound; (a) r a w  

mater ia l  s torage ( s teps  16 ,  1 7 ,  25, 261, and (b) weighing and blending (8, 23) 

t o  give the  hopper feed (9,  1 0 ) .  The shee t  extrusion and r o l l  winding with re- 

lease paper (11, 12,  13, 1 4 )  complete t h e  product, The preparation of the  

masterbatch can be seen as a separate  l i n e  of items on the  r i g h t  hand s i d e  of 

t he  flow char t .  I n  t h i s  procedure, a s m a l l  amount of  EVA p e l l e t s  a r e  mixed 

with the  pigment and s t a b i l i z e r  compounds by blending (s teps  2 2 ,  2 4 ,  I, 2 ,  3) 

and the high shear compounding performed by a twin s c r e w  extruder (4 ,  5 ) .  The 

output of t he  extruder then runs i n t o  a p e l l e t i z e r  ( 6 )  t h a t  produces masterbatch 

p e l l e t s  t h a t  are then t ransfer red  t o  the  main blender ( 8 )  f o r  the  preparation of 

hopper feed. 

Cost ca lcu la t ions  included a s l i g h t  increase i n  the  cos t  of r a w  materials 

and processing a s  w e l l  a s  t h e  usual labor ,  f r e i g h t ,  insurance, depreciat ion,  e t c .  



The estimates a re  tabulated on the  summary, page 3 - 7 .  Based on these calculations,  

the  cost  f o r  pigmented EVA sheet  on a la rge  scale production bas i s  is found t o  be 

$0.10 per  square foot .  

The reader i s  referred t o  Appendix I1 f o r  a de ta i led  presentat ion of t h e  as- 

sumptions and ca lcu la t ions  used i n  th i s  exercise.  
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SUMMARY 

MANUFACTURING COST ESTIMATE 
EVA SHEET, PIGMENTED 

(Formula A99301 
Sheet thickness; 20 m i l s  

83.980 mil l ion 8,568,000 
f t2 /yr  lbs/yr  

Operating C o s t s  

Raw materials 
D i r e c t  labor  
Fringes on d i r e c t  labor ,30% 
U t i l i t i e s  
Freight  i n  and out  
Packaging 
Maintenance labor, 1% of 

1,976 , 800 
Maintenance labor, 1% of 

1 , 976,800 
Other suppl ies  
By products-credits 

V a r i a b l e  

Fixed 
Indi rec t  labor ,  0.6 x 

Fringes on ind i r ec t  labor,  

Depreciation 
Insurance and taxes, 3% of 

d i r e c t  labor  

30% 

1,976,800 
Maintenance 

1,976 , 800 
Maintenance 

1,976,800 

Manufacturing 

supplies,  1% of 

labor, 1% of 

c o s t  

Working c a p i t a l  481,000 

ROI before tax a t  20% of 
1,976,800 i. 481,000 

Manufacturing C o s t  + ROI 

Capital  equipment and buildings 

Annual $ 

6,020,900 
377,200 
113,200 
240 , 900 
21,300 --- 
19,800 

19 , 800 
511,100 

7,324,200 
--- 

226,300 

67,900 
219 , 400 

59,300 

19 , 800 

19 , 800 
612,500 

7,936 , 700 

491 , 600 

8,428,300 

$ per  sq. f t .  

0.0717 
0.0045 
0.0013 
0 - 0029 
0.0003 --- 
0.0002 

0.0002 
0.0061 

0.0872 
--- 

0.0027 

0.0008 
0.0026 

0.0007 

0.0002 

0 -0002 
0.0073 

0 0945 

0.0059 

1 0.1004 1 
L i f e  - 

$ per lb 

0.7027 
0.0440 
0.0132 
0.0281 
0.0025 --- 
0.0023 

0.0023 
0 0597 

0.8548 

0.0264 

0.0079 . 0.0256 

0.0069 

0.0023 

0.0023 
0.0715 

0.9263 

0.0574 

0.9837 

% 

75 -86 
4.75 
1.43 
3.04 
0.27 

0.25 

0.25 
6.44 

92.28 

2 -85 

0.86 
2.76 

0.75 

0.25 

0.25 
7.72 

100.00 

Annual DeDreciation 

1,297,800 
679,000 

1,976,800 

7 yrs  $ 185,400 
20 y r s  33,950 

219,350 
$ 219,400 
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PRODUCTION FLOW CHART 
EVA, WHITE 

(Fomula A99 30 

I 
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e. EPDM, SHEET, CLEAR 

Preliminary investigations of pottants other than EVA have been conducted 

over the past year. These compounds are regarded as "second choice" materials 

to provide alternative encapsulants in the event that EVA is less suitable for 

a particular design or process. 

The criteria for these alternate pottants is essentially the same as for 

EVA; high transparency, processability, weatherability or the ability to be 

made weatherable and acceptable cost. 

The first alternate system to be investigated is based on EPDM, ethylene- 

propylene-diene rubber. 

were received from the manufacturer (Nordel 1320-DuPont) and compounded to give 

trial formulations. These formulations were then prepared on laboratory equip- 

ment that simulated large scale production in order to examine the processing 

conditions. 

Samples of this resin with appropriate melt flow values 

This polymer, being a rubber, is more difficult to handle than the EVA 

copolymers. 

temperatures are required for extrusion. "Scorch" (premature crosslinking) also 

must be taken into account at the higher extrusion temperatures required (225 F). 

The melt viscosity is higher, the extrusion speed lower and higher 

0 

Although the extrusion temperatures are hotter for EPDM than EVA, no problems 

in formulating a successful cure and stabilization system for the higher tem- 

perature are anticipated. 

The different physical properties of EPDM necessitate a different production 

process than that used for EVA. The resin is supplied in "bulk" form as opposed 

to flowing pellets and consequently must be compounded with the stabilizers and 

curing agents in a batch type blender, known as a Banbury mixer (see production 

flow chart, pp- 3-12), step 1. The bulk compound resulting from this mixing 

operation is then transferred to a two-roll mill where it is further blended to 

insure homogeneity (step 2) and prepare crude sheet. This sheet must be further 

processed to give a product of uniform width and thickness which may then be used 

for module fabrication. This step is accomplished with the use of a calender 

mill (step 3) from which the pottant is then wound onto rolls with release paper 

and prepared for shipment (step 4, 7 )  . 
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The manufacturing cost estimates for this process are shown on page 3-11 

and include such factors as raw material costs, labor, freight, insurance, 

depreciation, etc. Based on these calculations, the cost for 20 mil thick en- 

capsulation grade EPDM is found to be approximately $0.11 per square foot. 

The reader is referred to Appendix I11 for details and assumptions used 

in the preparation of this cost estimate. 
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SUNMARY 

MANUFACTURING COST ESTIMATE 
EPDM SHEET 

(Formula A8945A) 
Based on sheet  20 m i l  th ick 

101.154 x lo6 9,220,800 
f t2/yr  lbs/yr  

Annual $ $ per  sq. f t .  $ per  l b  

Operating Costs 

Raw materials 
D i r e c t  labor 
Fringes on d i r e c t  labor, 30% 
U t i l i  t ies I 

Freight i n  and out  
Packaging 
Maintenance supplies,  1% of 
1,923,700 

Maintenance labor,  1% of 
1,923 , 700 

Other supplies 
(mostly release paper) 

By products -credi t s 

V a r i a b l e  

Fixed 
Indi rec t  labor,  0.6 x direct 

Fringes on ind i r ec t  labor ,  30% 
Depreciation 
Insurance and taxes,  3% of 
1,923 , 700 

Maintenance supplies,  1% of 
1,923,700 

Maintenance labor , 1% of 
1 , 923 , 700 

labor 

Manufacturing Cost 

Working c a p i t a l  $626,500 

ROI before t a x  a t  20% of 
1,923,700 + 626,500 

Manufacturing Cost + ROI 

Capi ta l  equipment and build,ngs 

1,453 , 700 
470 , 000 

1,923 , 700 

7,378,900 
355 , 300 
106 , 600 
231 , LOO 
294 , loa --- 
19 ,200 

19 ,200 

0.0729 
0.0035 
0.0011 
0.0023 
0 0029 --- 
0.0002 

0.0002 

0,0061 --- 
9,022 , 600 

213 , 200 
64 , 000 
231,200 

57 , 700 

19 , 200 

9 , 627,100' 

502 , QOQ 

10 , 129 , 100 

0.0892 

0.0021 
0.0006 
0.0023 

0 0006 

0.0002 

0.0002 
0 0060 

0 A952 

0 - 0050 

0.8002 
0.0385 
0.0116 
0.0251 
0.0319 

0.0021 

0,0021 

0.0670 --- 
0.9785 

0.0231 
0.0069 
0.0251 

0.0063 

0.0021 

0.0021 
0.0656 

1.0441 

0.0544 

1. 0985 

% 

76.65 
3.69 
1.11 
2.40 
3.05 --- 
Q.20 

0.20 

6.42 --- 
93.72 

2 -21 
0.66 
2 -40 

0.60 

0.20 

0.20 
6.28 

100.00 

L i f e  Annua Depreciation - 
7 yrs  $ 207,671 
20 yrs  23,500 

231 , 1 7 1  
$ 231,200 
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D, ALIPHATIC URETHANE, SYRUP, CLEAR 

The pottants developed and investigated to date have emphasized production 

in sheet form and consequently a fabrication method based on sheet lamination. 

Although the vacuum bag lamination process has been found to be very successful 

on experimental modules prepared to date, other methods of fabrication may be 
desirable to provide manufacturers with alternative production methods. 

Liquid casting systems have been used in the past by the solar module in- 
dustry with considerable success. The disadvantage with these systems is that 

they almost invariably use high cost silicone resin that is no longer acceptable 

under the JPL cost goals. Alternative casting materials were surveyed and a few 

identified as being potentially good candidates. 

castable urethanes have been employed as solar module pottants. 

lem with the use of these compounds has been weathering resistance. 

lem may possibly be overcome through the use of aliphatic urethane compounds 

(as opposed to aromatic) with additional protection supplied by a suitable outer 

cover material. 

Although not widely used, 

The major prob- 

This prob- 

To date, our surveys have identified only one castable 100% solids aliphatic 

urethane system. This is available from H. J. Quinn & Co., Malden, Mass. The 

isocyanate prepolymer is designated 9-621 and is a transparent liquid of 3,400 
centipoise viscosity and an equivalent weight of 520 - 540. 
with a variety of diols. 

or Q-626. After mixing the two part system, the pot life is approximately 3 hours 

at 70°F. Cure conditions are 2 hours at 2OO0F or about 6 hours at 12OoF. 

cure rate is adjustable and depends on the quantity of catalyst used. 

of the mixed system is estimated to be in the order of $1.30 per pound. 

It may be cured 
Quinn recommends their polyether diol designated Q-5829 

The 

The cost 

Test modules have been prepared from this system at Springborn Laboratories. 
The urethane is not found to be any more difficult to handle than any other liquid 

casting system. 

The fabrication methods.used with this type of pottant are very simple and 

the active "curable" compound is prepared by conventional mixing equipment im- 

mediately before use. 

(pp.3-16). 
tank facilities (steps 1, 2, 3, 4). When the production line is started up, the 

The basic steps are outlined on the production flow chart 

The two components are received by tankwagon and'stored in appropriate 
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liquid components are run through thermostated deaeration reservoirs (steps 7 ,  

8, 9, 10) and then mixed in correct proportions by metering pumps (steps 11,121. 

The final degassed and mixed compound is dispensed directly to the solar cell 

module assembly from the mixer/dispenser head (step 13). Cure of the assembly 

then proceeds at room temperature, or may be accelerated by heat. 

The calculated costs for this process are summarized on page 3-15 and are 

based on raw material costs, direct and indirect labor, capital equipment, 

depreciation, etc. Based on these assumptions, the cost of the aliphatic poly- 

urethane system is found to be approximately $0.18 per square foot in 20 mil 
thicknesses. 

The reader is referred to Appendix IV for the details and calculations used 

in the preparation of this estimate. 

3-14 



MANUFACTURING COST ESTIMATE 
ALIPHATIC POLYURETHANE 

(Formulation Q621/Q626) 
Based on shee t  thickness of 20 mils 

Operating C o s t s  

Raw materials 
D i r e c t  labor 
Fringes on d i r e c t  labor,  30% 
U t i l i t i e s  
Freight  i n  and out  
Packaging 
Maintenance suppl ies ,  1% 

Maintenance labor ,  1% of 

Other suppl ies ,  2% of 

By products-credits 

V a r i a b l e  

of 30 1 , 600 

3 0 1  , 600 

14,448,900 

Fixed 
Indi rec t  labor ,  0.8 x 

Fringes on ind i r ec t  labor , 

Depreciation 
Insurance and taxes ,  3% 

of 301 , 600 
Maintenance suppl ies ,  1% 

of 301,600 
Maintenance labor, 1% 

of 3 0 1  , 600 

direct labor 

30% 

Manufacturing C o s t  

Working capital $961,800 

ROI before tax a t  20% of 
961,800 + 301,600 

Manufacturing c o s t  + ROI 

Capital equipment an& bui ldings 

166 , 600 
135 , 000 
301,600 

Annual $ 

14,448,900 
53 , 300 
16 , 000 
11 , 900 --- 

--e 

3 , 000 

3,000 

289 , 000 --- 
14,825,100 

42 , 600 

12,800 
30 , 600 

9 , 100 

3,000 

3,000 
101,100 

14,926,200 

252 , 700 

15,178,900 

L i f e  - 

85.00 mill ion 9,109,300 
f t2/yr  lbs/yr  

$ per  sq. f t .  $ per  lb % 

0.1700 
0.0006 
0.0002 
0.0001 --- 
e-- 

~0.0001 

4 0.0001 

0.0034 

0 1744 
--- 

1.5862 
0.0059 
0.0018 
0.0013 

--- 
0 .I 0003 

0.0003 

0.0317 

1.6275 
--- 

98.60 
0.36 
0.11 
0.08 

--e --- 
0.02 

0.02 

1.94 

99.32 

7 yrs  
20 y r s  

0.0005 0.0047 0.29 

0.0002 0.0014 0.08 
0.0004 0.0034 0.21 

0.0001 0.0010 0.06 

4 0 0001 0.0003 0.02 

~0.0001 0.0003 0.02 
0.0012 0.0111 0 -68 

0.1756 1.6386 LOO. 00 

0.0030 0.0277 

10.1786 I 1.6663 

Annual depreciation 

$ 23,800 
6 , 750 

30,550 
$ 30,600 
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E. PVC PLASTISOL, SYRUP, CLEAR 

Plastisols are also liquid systems that may be cast into molds and sub- 

sequently cured to tough rubbery compounds. 

that cure upon mixing (and consequently have limited pot life) the plastisols 

are prepared as single compounds and may be kept indefinitely. The cure is 

initiated by heating to an appropriate fusion temperature after the liquid has 
been cast into the desired mold. Plastisols are prepared by high speed mixing 

of PVC (polyvinyl chloride) resin powder with high viscosity liquids known as 

plasticizers. 

upon molding, modify the viscosity, provide coloration, etc. 

Unlike the two component urethanes 

Other components are also usually added to provide heat stability 

A special plastisol compound designed for solar module fabrication (formula 

A10585-1) has been prepared at Springborn Laboratories. Although this compound 

is still in the development stage, it serves to represent this approach to the 

formulation of castable solar cell pottants, and provides a guideline from which 

a cost estimate may be prepared. 

As with the castable urethane, the preparation of the plastisol is a fairly 

simple process using pumps and mixers. 

depicted on the production flow chart, pp. 3-19. The raw materials are received 

The anticipated production methodxis 

and held in appropriate storage facilities (steps 1-6, 19) from which they are 

weighed and blended in a high speed mixer (15) equipped with a dearator to re- 

move bubbles. 

and pumped (18) to the module fabrication line whenever production is started. 

The fusion temperature and cure time are estimated to be in the order of 20 

minutes at 140OC. This system is advantageous in that it uses simple equipment, 

is not sensitive to moisture in storage as urethanes are and has an indefinitely 

long storage life in its completely mixed state. 

The resulting plastisol compound may then be stored in a silo 

The cost calculations were based on the Springborn Laboratories experimental 

material and included such factors as raw material costs, freight, direct and in- 

direct labor, capital equipment, etc. Based on these calculations, the cost of 

the PVC plastisol potting system is estimated to be $0.10 per square foot in 20 

mil thicknesses. 

The reader is referred to Appendix V for the details and calculations used in 

the preparation of this estimate. 
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SUMMARY 

MANUFACTURING COST ESTIMAm 
PVC PLASTISOL 

(Formulation A105 85-1) 
Based on sheet  thickness of 20 mils 

86.265 mill ion 
f t2/yr  

Operating Costs 

Raw materials 
Direct labor 
Fringes on d i r e c t  labor,  30% 
U t i l i t i e s  
Freight i n  and out  
Packaging 
Maintenance supplies,  1% of 
702,100 

Maintenance labor,  1% of 
702,100 

Other supplies 

V a r i a b l e  

Annual $ $ per  sq. ft. 

8,260,700 
96,700 
29,000 
14,600 --- --- 
7,000 

7,000 
165,200 

0.0958 
0.0011 
0.0003 
0.0002 --- --- 
0.0001 

0.0001 
0 I0019 

By products-credits --- --- 
8,580,200 0.0995 

10,855,600 
lbs/yr 

$ per  lb 

0.7610 
0.0089 
0.0027 
0.0013 --- -_- 
0.0006 

0.0006 
0.0152 

0.7904 
--- 

% 

94.07 
1.10 
0.33 
0.17 --- 

-e- 

0.08 

0.08 
1.88 

97.70 
--- 

Fixed 
Indi rec t  labor,  0.8 x 

di'rect labor  77,400 0.0009 0.0071 0.88 
Fringes on ind i r ec t  labor ,  30% 23,200 0.0003 0.0021 0.26 
Depreciation 66,000 0.0008 0.0061 0.75 
Insurance and taxes, 3% of 
702,100 21,100 0.0002 0.0019 0.24 

Maintenance supplies,  1% of 
702,100 7,000 0 0001 0.0006 0.08 

Maintenance labor,  1% of 
702,100 7,000 0 0001 0.0006 0.08 

201,700 0 - 0023 0.0186 2.30 

0.1018 0.8090 100.00 Manufacturing Cost 8,781,900 

Working Capi ta l  $581,600 

R D I  before t a x  a t  20% of 
702,100 + 581,600 

Manufacturing Cost + ROI 

Capital  equipment and buildings 

333,100 
369,000 
702,100 

256,700 0.0030 0.0236 

9,038,600 10.1048 1 0.8326 
I 

Life  Annual Depreciation - 
7 yrs  
20 .yrs 

$ 47,586 
18,450 
66,036 

$ 66,000 
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F . BUTYL ACRYLATE, SYRUP, CLEAR 

Butyl acrylate is  a water white low v i scos i ty  f l u i d  commercially available 

a t  f a i r l y  low cost .  

a b i l i t y  t o  polymerize t o  a t ransparent  rubber of exce l len t  weathering s t a b i l i t y .  

The rubber i t s e l f  is d i f f i c u l t  t o  work with but  a more e a s i l y  processable ma- 

t e r i a l  may be prepared by dissolving some of  the polymer i n  t h e  monomer. 

y i e l d s  a high v i scos i ty  f l u i d  o r  syrup t h a t  may then be used i n  the  cas t ing  pro- 

cess  i n  a manner similar t o  t h a t  used i n  the  case of t h e  p l a s t i s o l  and urethane 

systems. The syrup is in j ec t ed  i n t o  the  mold cavi ty  as with the  o ther  f l u i d s  and 

cured with the  appl icat ion of heat .  Cure i s  i n i t i a t e d  by the  presence of a small 

amount of c a t a l y s t  remaining i n  the  syrup. The r e su l t i ng  po t t an t  i s  tough, l o w  i n  

modulus, weatherable, r e s i s t a n t  t o  temperature extremes and has high o p t i c a l  t rans-  

mission. 

It is so ld  as monomer of l o w  molecular weight bu t  has the  

This 

The production process f o r  polybutyl ac ry la t e  syrup involves k e t t l e  poly- 

merization of t h e  monomer with subsequent i nh ib i t i on  ( t o  s top the reac t ion)  and 

d i l u t i o n  with more monomer t o  give a monomer/polTper syrup of approximately 33% 

so l id s .  The production process is somewhat more complicated than the  procedures 

previously described f o r  the  o ther  po t t an t s .  

process s t e p  out l ined on the  production flow cha r t  (pp. 3-23)  follows: 

A de t a i l ed  descr ip t ion  of each 

1. 

2 .  

3 .  

4. 

5 .  

6. 

7 .  

8. 

9. 

10. 

11. 

12. 

13. 

Receive n-butyl ac ry la t e  monomer i n  tank cars .  

Pump n-butyl ac ry la t e  monomer from tank car  t o  monomer storage tank. 

Receive i n i t i a t o r  and o the r  addi t ives  by truck i n  drums and/or bags. 

Receive inh ib i to r  by t ruck i n  drums. 

Transfer i n i t i a t o r  t o  separa te  spec ia l  s torage building. 

Transfer o the r  addi t ives  and i n h i b i t o r  t o  p l an t  s torage area. 

Weigh i n i t i a t o r  and o the r  addi t ives ,  charge to batch mixing tank. 

Mix i n i t i a t o r  and o the r  addi t ives  i n  batch mixing tank. 

Pump in i t i a to r / add i t ives  batch from batch mixing tank t o  feed tank. 

Charge inh ib i to r  t o  i n h i b i t o r  feed tank. 

Pump a continuous metered feed stream of monomer from the monomer 

s torage tank t o  the  stirred polymerization k e t t l e .  

Pump a corresponding continuous metered feed stream of in i t i a to r / add i t ives  

from the  feed tank t o  the s t i r r e d  polymerization k e t t l e .  

Maintain the contents of the st irred polymerhat ion k e t t l e  a t  a pre- 

selectec? polymerization temTerature by jacket  cooling. 
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14. 

15. 

16. 

17. 

18. 

Pending confirmatory experiments, assume average residence time of 12 

hours a t  8OoC t o  reach 33% conversion i n  the  s t i r r e d  polymerization k e t t l e .  

Through an overflow por t  on the upper s ide  w a l l  of the  s t i r r e d  polymer- 

i za t ion  k e t t l e ,  a continuous stream of 33% by weight polymer so lu t ion  i n  

monomer a t  8OoC flows from t h e  ke t t le  and passes through a w a t e r  cooled 

heat exchanger where it is cooled t o  o r  below about 3OoC. 

After t he  polymer/monomer syrup stream leaves the  heat exchanger, a 

metered r a t i o  of i nh ib i to r  is  continuously pumped i n t o  the  syrup stream 

from the  inh ib i to r  feed tank and mixed i n t o  the  syrup with an in- l ine 

mixer. 

Following the inh ib i to r  mixing s t ep ,  the  syrup flows i n t o  a syrup storage 

tank. 

Syrup is  pumped o r  otherwise shipped from the syrup storage tank t o  the  

s o l a r  ce l l  encapsulation p lan t .  

The cos ts  calculated f o r  t h i s  process a re  summarized on page 3-22 and a re  

based on r a w  mater ia l  cos ts ,  d i r e c t  and i n d i r e c t  labor,  c a p i t a l  equipment, e tc .  

Based on these assumptions, t he  polybutyl acry la te  po t t an t  system is  found t o  

t o  have a cos t  i n  20 m i l  thicknesses of approximately $0.06 per  square foot.  

The reader is re fer red  t o  Appendix V I  f o r  the  d e t a i l s  of these calculat ions.  
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SUMMARY 

MANUFACTURING COST ESTIMATE 
BUTYL ACRYLATE, SYRUP 

Prepolymer syrup prepared 
from monomer 
Based on 20 mil thickness 

Operating Costs 

Raw materials 
Direct labor 
Fringes on direct labor, 30% 
Utilities 
Freight in and out 
Packaging 
Maintenance supplies, 1% 

Maintenance labor, 1% 

Other supplies, 2% of 

By products-credits 

Variable 

of 392,000 

of 392,000 

3,648,800 

Fixed 
Indirect labor, 0.8 x 

Fringes on indirect labor, 30% 
Depreciation 
Insurance and taxes, 3% of 
392,000 

Maintenance supplies, 1% 
of 392,000 

Maintenance labor, 1% 
of 392,000 

direct labor 

Manufacturing cost 

Working capital 263,100 

ROI before tax at 20% of 
392,000 % 263,100 

Manufacturing cost i ROI 

Capital equipment and buildings 

$ 233,000 
159,000 

$ 392,000 

Annual $ 

3,648,800 
127,200 
38,200 
33,400 --- 

--- 
3,900 

3,900 

73,000 

3,928,400 
--- 

101,800 
30,500 
31,300 

11,800 

3,900 

3,900 
183,200 

4,111,600 

131,000 

4,242,600 

68.00 million 7,657,800 
ft2/yr lbs/yr 

$ per sq. ft. $ per lb % 

0.0537 0.4777 88.74 
0.0019 0.0167 3.09 
0.0006 0.0050 0.93 
0.0005 0.0044 0.81 --- --- --- 
-e- --- --- 
0.0001 0.0005 0.09 

0 - 0001 0.0005 0.09 

0.0011 0.0096 1.78 --- --- 
0.0578 0.5143 95.54 

0 e 0015 0.0133 2.48 
0 a 0004 0.0040 0.74 
0.0005 0.0041 0.76 

0.0002 0.0015 0.29 

0 * 0001 0.0005 0.09 

0.0001 0.0005 0.09 
0.0027. 0.0240 4.46 

0.0605 0.5383 100.00 

0.0019 0.0172 

0.5555 

- Life Annual' Depreciation 

10 yrs $ 23,300 
20 yrs 7,950 

$ 31,250 
Use $ 31,300 
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G .  BUTYL ACRYLATE, SHEET, CLEAR 

I n  addi t ion t o  the  buty l  ac ry la t e  syrup system described i n  Section F. there  

is t h e  p o s s i b i l i t y  of preparing t h i s  polymer i n  a shee t  form such t h a t  it may be 

used f o r  t he  vacuum bag o r  o the r  lamination type process.  

EPDM re s ins  (Sections A. and B.) the  polybutyl acrylate r e s i n  is extruded through 

a shee t  d i e  and wound up on a core with a release paper interface. 

shee t  is then stored, shipped, and fed i n t o  the  production l i n e .  P r i o r  t o  t h i s  

extrusion process,  the  r e s i n  must be prepared from monomer, however, as it is  not  

commercially ava i lab le  as high molecular weight r e s in ,  which necess i t a t e s  a some- 
what complicated series of preparat ion s teps .  

cess is out l ined on the  production flow c h a r t  (pp. 3-27) and the  steps are 

described i n  d e t a i l  as follows: 

As with t h e  EVA and 

The wound 

The whole sheet  preparation pro- 

1. 

2 .  

3 .  

4. 

5 .  

6 .  

7 .  

a .  
9. 

10. 

11. 

12. 

1 3 .  

14. 

1s I 

Receive n-butyl a c r y l a t e  monomer i n  tank cars .  

Pump n-butyl ac ry la t e  monomer from tank ca r  t o  monomer s torage tank. 

Receive i n i t i a t o r  and other  addi t ives  by t ruck i n  drums and/or bags. 

Receive Quilon release paper i n  truckload r o l l s .  

Transfer i n i t i a t o r  t o  separate  spec ia l  storage building. 

Transfer o ther  addi t ives  and r e l ease  paper t o  p l a n t  storage area.  

Weigh i n i t i a t o r  and o the r  addi t ives  i n  batch mixing ta-nk. 

Mix i n i t i a t o r  and o ther  addi t ives  i n  batch mixing tank. 

Pump in i t i a to r / add i t ives  batch from batch mixing tank t o  feed tank. 

Pump a continuous metered feed stream of monomer from the  monomer 

s torage tank t o  the  st irred polymerization k e t t l e .  

Pump a corresponding continuous metered feed stream of in i t i a to r / add i t ives  

from the  feed tank t o  the  s t i r r e d  polymerization k e t t l e .  

Maintain t h e  contents of the  s t i r r e d  polymerization k e t t l e  a t  a preselected 

polymerization temperature by jacke t  cooling. 

Pending confirmatory experiments, assume average residence time of 1 2  hours 

a t  80 C t o  reach 3?-33% conversion i n  the  s t i r r e d  polymerization k e t t l e .  

Pump a continuous 30-33% polymerized stream from the bottom of the  s t i r r e d  

polymerization k e t t l e  t o  t h e  top of t h e  second golymerizatL .on r eac to r  

(uns t i r red)  . 
By means of zonL2 jacket ing and zomd i n t e r n a l  c o i l s ,  gradually raise L\e 

temperature of t h e  p a r t i a l l y  polymerized stream uniformly as it moves from 

0 

the  top t o  the  bottom of the  second polymerization reac tor .  
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16. 

17. 

18 

19. 

20. 

21. 

22. 

23. 

24. 

25. 

26. 

27. 

such 

Pending confirmatory experiments, assume a temperature gradient  of 80 

t o  15OoC and residence t i m e  of 1 2  hours t o  reach 88% conversion i n  the  

second polymerization reactor .  

By means of a m e l t  pump, pump t h e  m e l t  continuously from the  bottom of 

the  second polymerication reac tor  through the m e l t  preheater and i n t o  

the  top  of t h e  tower devola t i l i zer .  

In the  m e l t  preheater ,  heat  the  m e l t  from 15OoC t o ,  say, 20OOC. 

In the  tower devo la t i l i ze r ,  under vacuum, strands of m e l t  drop from the  

top by gravi ty  t o  a pool of m e l t  i n  t he  bottom, unpolymerized monomer and 

other  v o l a t i l e s  vaporizing from the f a l l i n g  s t rands.  

Pending confirmatory experiments, assume conversion reaches 94% by the  

time the  m e l t  reaches the  tower devo la t i l i ze r ;  m e l t  temperature is main- 

ta ined a t  2000C i n  t h e  t o w e r  devo la t i l i ze r ;  6% of charged ingredients  is 

vaporized i n  the  devo la t i l i ze r ;  5% is condensed and col lected as monomer 

and recycled t o  the  monomer s torage tank; and 1% of charged ingredients  

is  e i t h e r  condensed and col lected as oligomers and disposed of ,  o r  is 

not condensed and is therefore  l o s t  i n  the  process. 

By means of a m e l t  pump, pump m e l t  continuously from the bottom of the  

tower devo la t i l i ze r  through the  shee t  die .  

From the  sheet  d ie ,  continuously cast n-butyl acry la te  polymer sheet  on 

Quilon release paper. 

Cool t h e  cast shee t  and trim it on the  haul of f  equipment. 

Recycle the  sheet  t r i m  t o  a small s c r e w  extruder which feeds recycle 

trim m e l t  i n t o  t h e  polymerization m e l t  stream between the  first m e l t  

pump and m e l t  preheater.  

Wind t h e  cast sheet  with Quilon release paper in te r leaving  i n  r o l l s .  

Transfer r o l l s  of cast n-butyl ac ry la t e  polymer on Quilon release paper 

t o  the r o l l  s torage area.  

Ship r o l l s  from the  r o l l  s torage area t o  the  s o l a r  cell  encapsulation p lan t .  

Each s t e p  of t h i s  production process has been costed out  including f ac to r s  

as raw material cos t s ,  d i r e c t  and i n d i r e c t  labor ,  f r e igh t ,  insurance, c a p i t a l  

equipment, etc., t o  y i e ld  a hopefully r e a l i s t i c  cos t  estimate. Based on these 

assumptions and ca lcu la t ions ,  the  cos t  of t he  polybutyl ac ry la t e  system i n  20 mil 

th ick  sheet  i s  found t o  be $0.08 pe r  square foot .  

The reader is  re fer red  t o  Appendix VI1 fo r  d e t a i l s  of the calculat ions used 
i n  preparation of t h i s  estimate. 
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SUMMARY 

MANUFACTURING COST ESTIMATE 
BUTYL ACRYLATE, SHEET 

Polymer sheet  from monomer 
Based on 20 m i l s  thickness 

Operating Costs 

Raw materials 
Direct labor 
Fringes on direct labor,  30% 
U t i l i t i e s  
Freight i n  and out  
Packaging 
Maintenance suppl ies ,  1% 

of 1,612,000 
Maintenance labor, 1% 

of 1,612,000 
Other supplies 
By products credits 

V a r i a b l e  

Fixed 
Indi rec t  labor ,  0.8 x 

Fringes on ind i r ec t  labor ,  30% 
Depreciation 
Insurance and taxes ,  3% 

Maintenance supplies,  1% of 

Maintenance labor ,  1% of 

d i r e c t  labor  

of 1,612,000 

1,612,000 

1,612,000 

Manufacturing Cost 

Working c a p i t a l  305,800 

ROI before t a x  a t  20% of 
1,612,000 + 305,800 

Manufacturing cos t  + ROI 

Capital  equipment and buildings 

1,243,000 
369,000 

1,612,000 

Annual $ 

3,684,900 
315,800 
94,700 
73,000 
17,400 --- 
16,100 

16,100 
391,600 - -- 

4,609,600 

252,600 
75,800 
142,800 

48,400 

16,100 

16,100 

551,800 

5,161,400 

383,600 

5,545,000 

68.00 mill ion 7,637,800 
f t2/yr  lbs/yr 

$ per  sq. f t .  $ per  Ib 

0.0542 
0.0046 
0.0014 
0.0011 
0.0003 -_- 
0 * 0002 

0.0002 
0.0058 --- 
0.0678 

0 I 0037 
0.0011 
0.0021 

0 e 0007 

0.0002 

0.0002 

0.0081 

0 a 0759 

0.0056 

Life 

0.4825 
0.0413 
0.0124 
0.0096 
0.0023 
3-- 

0.0021 

0.0021 
0.0513 --- 

% 

71.39 
6.12 
1.83 
1.41 
0.34 -_- 
0.31 

0.31 
7.59 --- 

0.6035 

0,0331 
0.0099 
0.0187 

0.0063 

0.0021 

0.0021 

0.0722 

0.6758 

0.0502 

0 - 7260 

89.31 

4.89 
1.47 
2.77 

0.94 

0.31 

0.31 

10.69 

100.00 

Annual Demeciation 

10 y r s  
20 yrs  

7 24,300 
18,450 
142,750 

$ 142,800 
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IV. ENCAPSULATION PROCESS COST ESTIMATES 

A. SHEET LAMINATION TECHNIQUE 

Many types of fabr ica t ion  processes are conceivable f o r  the  l a rge  sca l e  

commercial production of s o l a r  modules. In  the pas t ,  companies manufacturing 

solar modules have used predominantly a l i qu id  cast ing method, based pre- 

dominantly on the s i l i cone  elastomers. With the iden t i f i ca t ion  of s o l i d  ma- 

t e r i a l s  as po ten t i a l ly  useful  po t tan ts ,  a d i f f e ren t  fabr ica t ion  scheme had 

t o  be considered. Springborn Laboratories has devised a vacuum bag lamination 

method from which f u l l y  encapsulated modules may be prepared from po t t an t  sup- 

p l i ed  i n  sheet  form. 

scale f o r  t he  production of modules as la rge  as  11 inches by 15 inches con- 

ta in ing  eleven 9Omm ce l l s .  

follows: assemble module components i n  sandwich form, place i n  a vacuum bag 

frame, evacuate the  assembly, heat  t o  fuse and cure pot tan t ,  cool,  remove com- 

p le ted  This method is  f e l t  t o  be e a s i l y  expandable t o  a la rge  sca le  

automated production f a c i l i t y  with a high throughput capacity. 

This process has been used with success on a laboratory 

The bas ic  s t eps  involved i n  t h i s  operation a re  a s  

A manufacturing cos t  estimate w a s  prepared from a flow char t  (page 3-26) 

A detailed de- of the an t ic ipa ted  production s teps  t o  be used i n  t h i s  process. 

s c r ip t ion  of each production s t ep  follows: 

Construction. toD (sun s ide)  t o  bottom: 

I. 

> 2. 

3. 

4. 

5. 

6 .  

7. 

8. 

Korad 212, f i lm, 3 m i l s  

EVA, c lea r ,  sheet ,  18 m i l s  

Solar c e l l ,  23 mils 

EVA, white shee t ,  1 2  m i l s  

Craneglass 230, non-woven g lass  f i b e r  mat spacer,  sheet ,  5 m i l s  

Super Dor lw hardboard, panels,  120 m i l s  

Craneglass 230, non-woven g la s s  f i b e r  m a t  spacer,  sheet ,  5 m i l s  

EVA, w h i t e ,  sheet, 1 2  m i l s  

(a)  See: Invest igat ion of T e s t  Methods, Material Propert ies ,  and Processes 
f o r  Solar C e l l  Encapsulants, Annual Report No.  111, by Springborn 
Laboratories, Inc., Enfield,  Conn. under JPL contract  number 954527, 
June, 1979. 
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Operations 

1. 

2. 

3. 

4. 

5. 

6. 

7. 

8. 

9. 

10. 

11. 

12.  

13. 

14. 

15. 

16 .. 

17. 

18. 

19. 

20 I 

21. 

22 I 

23. 

Receive G r a d  212 f i lm i n  r o l l s ,  26 o r  50 in.  w i d e .  

Receive c l e a r  EVA sheet  i n  r o l l s ,  in ter leaved w i t h  release paper, 

26 o r  50 in.  wide. 

Receive s o l a r  cells, i n  prefabricated arrays,  24 in .  x 48 in .  

Receive white EVA sheet  i n  r o l l s ,  in ter leaved with re lease  paper, 

26 o r  50 in .  w i d e .  

Receive Craneglass 230 m a t  sheet  i n  r o l l s ,  24 o r  48 in .  wide. 

Receive Super Dorlux panels,  24 in .  x 48 in. ,  stacked on p a l l e t s .  

Transfer white EVA r o l l s  t o  s tack s t a t i o n  1. 

Transfer Craneglass 230 r o l l s  t o  s tack s t a t i o n  2. 

Transfer Super Dorlux panel p a l l e t s  t o  stack s t a t i o n  3. 

Transfer Craneglass 230 r o l l s  t o  s tack s t a t i o n  4. 

Transfer white 

Transfer so l a r  

Transfer c l e a r  

Transfer Korad 

Load white EVA 

EVA r o l l s  t o  s tack s t a t i o n  5. 

cel l  prefabricated a r rays  t o  s tack  s t a t i o n  6. 

EVA rolls t o  s tack s t a t i o n  7. 

212 r o l l s  t o  s tack s t a t i o n  8. 

r o l l  on unwind stand a t  s tack s t a t i o n  1 a f t e r  removing 

previous r o l l  core. 

Load Craneglass 230 r o l l  on unwind stand a t  s tack s t a t i o n  2 after 

removing previous r o l l  core. 

Load p a l l e t  stack of Super Dorlux panels on unload stand a t  s tack 

s t a t i o n  3 a f t e r  removing previous emptied p a l l e t .  

Load Craneglass 230 r o l l  on unwind stand a t  s tack s t a t i o n  4 a f t e r  re- 

moving previous r o l l  core. 

Load white EVA r o l l  on unwind stand a t  s tack s t a t i o n  5 a f t e r  removing 

previous r o l l  core. 

Load s o l a r  ce l l  prefabricated arrays on unload stand a t  s tack s t a t i o n  6. 

Load c l e a r  EVA r o l l  on unwind stand a t  s tack s t a t i o n  7 a f t e r  removing 

previous r o l l  core. 

Load Korad 212 r o l l  on unwind stand a t  s tack s t a t i o n  8 a f t e r  removing 

previous r o l l  core. 

Advance empty, clean, and open 26 in.  x 50 in .  molding frame t o  s tack 

s t a t i o n  1 and index. 
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24. 

25 

26. 

27. 

28. 

29. 

30. 

31. 

32. 

33 * 

34. 

35. 

36. 

At stack station 1, automatically cut a 26 in. x 50 in, sheet of white 

EVA, with release paper interleaf attached, and automatically index 

and place it in the empty 26 in. x 50 in. molding frame, release 

paper side down in contact with frame back plate. 

Advance molding frame to stack station 2 and index. 

At stack station 2, automatically cut a 24 in. x 48 in. sheet of 

Craneglass 230, and automatically index and place it in the 

molding frame on top of the white EVA sheet, leaving 1-inch borders 
a l l  around between edges of sheet and frame. 
Advance molding frame to stack station 3 and index. 

At stack station 3, automatically take one 24 in. x 48 in. Super Dorlux 

panel from the panel stack and automatically index and place it in the 

molding frame on top of the Craneglass 230 sheet, leaving 1-inch borders 
all around between edges of sheet and frame. 
Advance molding frame to stack station 4 and index. 

At stack station 4, automatically cut a 24 in. x '48 in. sheet of Crane- 

glass 230, and automatically index and place it in the molding frame 

on top' of the Super Dorlux panel, leaving 1-inch borders all around 

between edges of sheet and frame. 

Advance molding frame to stack station 5 and index. , 

At stack station 5 ,  automatically unroll and separate the white EVA 

from the interleaved release paper, rewind the release paper, cut a 

26 in. x 50 in. sheet of white EVA, and automatically index and place 

it in the molding frame on top of the Craneglass 230 sheet. 

Advance molding frame to stack station 6 and index. 

At stack station 6, automatically pick up a prefabricated 24 in. x 48 in. 

solar cell array, and index and place it in the molding frame on top of 

the white EVA sheet, leaving 1-inch borders all around between edges of 

sheet and frame. 

Advance molding frame to stack station 7 and index. 

At stack station 7, automatically unwind and separate the clear EVA 

from the interleaved release paper, rewind the release paper, cut a 

26 in. x 50 in. sheet of clear EVA, and automatically index and place 

it in the molding frame on top of the solar cell array. 

3-30 



37. 

38. 

39. 

40. 

41, 

42. 

43. 

44. 

45. 

46. 

47. 

48. 

49. 

50. 

Advance molding frame to stack station 8 and index. 

At stack station 8, automatically cut a 26 in. x 50 in. sheet of Korad 

212, and automatically index and place it in the molding frame on top 

of the clear EVA sheet. 

Advance molding frame, close mold. 

Advance molding frame to moving conveyor. 

On moving conveyor, transport molding frame through vacuum application 

zone, programmed for vacuum application to both molding frame chambers, 

time in this zone 20 minutes. 

On moving conveyor, transport molding frames through heating zone, between 

top and bottom heating platens, raise temperature of material in molding 

frame gradually to 12OoC, time in this zone 20 minutes. 

On moving conveyor, continue transport of molding frame through heating 

zone, between top and bottom heating platens, gradually release vacuum 

in upper molding frame chamber over 10 minutes, reach 14OoC material 

temperature after about 6 minutes in this zone, hold 14OoC for balance 

of 4 minutes in this zone. 

On moving conveyor, continue transport of molding frame through heating 

zone, between top and bottom heating platens, maintain material temperature 

for 6 minutqs more, continue vacuum application to lower molding frame 

chamber. 

On moving conveyor, transport molding frame through cooling zone, between 

top and bottom cooling platens, continue vacuum application to lower 

molding frame chamber, time in this zone 10 minutes., 

On moving conveyor, release vacuum to lower molding frame chamber, open 

molding frame, remove module assembly, place module on conveyor to in- 

spection area, time in this zone 1 minute. 

On moving conveyor, clean and inspect moliiing frame for next cycle, time 

in this zone 5 minutes. 

Convey potted module assembly to inspection area. 

Inspect and trim potted module assembly. 

Transfer to packaging area. 

51. Package potted module assembly. 
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52. Transfer t o  s torage area.  

5 3 .  Store pot ted  module assembly. 

54.  Transfer t o  shipping area  for shipment. 

Based on these  an t i c ipa t ed  f ab r i ca t ion  s t eps  out l ined  i n  t h e  production 

f l o w  cha r t ,  a t o t a l  process c o s t  can be calculated.  The Summary (page 3-33) 

gives the  r e s u l t s  of t h i s  cost ing exerc ise  and includes such f a c t o r s  as  

d i r e c t  and i n d i r e c t  l abor ,  u t i l i t i e s ,  f r e i g h t ,  insurance,  maintenance, e t c .  

The encapsulation process cos t  based on the  vacuum bag o r  shee t  lamination 

technique is found t o  be $6.93 p'er module of 2 foot  by 4 foot  dimensions, o r  

a cos t  of $0.87 pe r  square foot .  

The reader  is re fe r r ed  t o  Appendix VI11 f o r  d e t a i l  and ca lcu la t ions  used 

i n  t he  preparat ion of t h i s  process cos t  estimate.  
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SUMMARY 

SOLAR CELL ENCAPSULATION PROCESS 
SHEET LAMINATION TECHNIQUE 

COST ESTIMATE 

Cost based on: 
Pot tant :  EVA 
Design: Substrate 
Size : 2 f t  x 4 f t  

Operating Costs 
V a r  iab 1 e 
Raw materials* 
D i r e c t  L a b o r  
Fringes on d i r e c t  l abor ,  30% 
U t i l i t i e s  
Freight  i n  and ou t  
Packaging 
Maintenance suppl ies ,  1% 

Maintenance labor, 1% of 

Other suppl ies ,  2% of 

By products credits 

of 32,095,000 

32,095,000 

21,531,900 

Fixed 
Ind i r ec t  labor ,  0.6 x 

Fringes on i n d i r e c t  l abor ,  

Depreciation 
Insurance and taxes ,  3% 

Maintenance suppl ies ,  1% 

Maintenance labor,  1% of 

direct  labor  

39% 

of 32,095,000 

of 32,095,000 

32,095,000 

\ 

Manufacturing Cost* 

Working c a p i t a l *  2,666,300 

ROI  before t a x  a t  20% of 
32,095,000 + 2,666,300 

Manufacturing C o s t  + XOI* 

Capi ta l  equipment and buildings 

$ 1,610,000 
22,685,000 

7,800,000 
$ 32,095,000 

6.25 mil l ion  50 mil l ion  
modules/yr sq. f t . / y r  

Annual $ $ per  module $ per  sq. f t .  % 

21,531,900 3.4451 0.4306 59.14 
2,693,300 0.4309 0.0539 7.40 

808,000 0.1293 0,0162 2 -22 
1,679,000 0.2686 0.0336 4 - 6 1  

355,500 0.0569 0.0071 0.98 
125,000 0 D 0200 0 + 0025 0,34 

321,000 0.0514 0.0064 0 -88 

321,000 0 0514 0.0064 0.88 

430,600 0 0689 0.0086 1.88 
e-- --- --- --- 
28,265,300 4 - 5224 0.5653 77.64 

1,616,000 0.2586 0- 0323 4 -44  

484,800 0.0776 0.0097 1.33 
4,435,700 0 - 7097 0.0887 12.18 

962,900 0 1541 0.0193 2.64 

321,000 0.0514 0.0064 0.88 

321,000 0.0514 0.0064 0.88 

8 I 141,400 1.3026 0.1628 22.36 

100.00 36,406,700 5.8251 0.7281 

6,952,300 1.1124 0.1390 

Life  Annual Depreciation - 
2 y i s  
7 yrs  

20 y r s  

805,000 
3,240,700 

390,000 
4 , 435,700 

*Excludes Solar  C e l l  Arrays 
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SPRINGBORN LABORATORIES, INC. 

C o s t  based on: 
P o t t a n t :  EVA 
D e s i g n :  Substrate 
Size : 2 f t  x 4 f t  

PRODUCTION FLOW CHART 
SOLAR CELL ENCAPSULATION 

LAMINATION TECHNIQUE 

Receive 
W h f t a  WA 
in rolls 

W / l n t s r h a f  

Stack 

Receive Racaive 
g l a s a m a t  
spacer in stackaon 
TLrolla TLpallet8 

Receive 
preSab 

solar c e l l  
arrays 

Storage r?] 1 S k k  J 
S t a t i o n 5  S t a t i o n 6  

I 

\ 
1 stack in MoldFns Pmnm 

Receive 
clear EVA Receive 
in rolls -rad in 

w / h t e r l e a f  TL rolls 
I I 

Module Shipmaat--> 

%iscard Interleaving 
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B. LIQUID CASTING TECHNIQUE 

The liquid casting technique was the first method used for the encapsulation 

of solar modules on a small scale production basis. The reason for this is that 

the technique was relatively simple, the risk of damage to the cells was low and 

the pottant used (silicone) was highly transparent and weather stable. The dis- 

advantage is that the silicones are too expensive for use in a national energy 

program despite their excellent performance. 

pounds were investigated for use as long life encapsulation compounds. 

only three have been selected by Springborn Laboratories as candidate encap- 

sulants. They are aliphatic urethanes, polyvinyl chloride plastisol and poly- 

butyl acrylate. 

and only intermediate compounds have been developed to date. 

provide manufacturers with an alternate method of fabrication that may be pre- 

ferred to the lamination technique previously described. In use, it is antici- 

pated that the liquid casting syrup will be injected into a sealed frame or 

enclosure containing the other solar module components and subsequently cured 

in place. The frame is split open after the cure and the completed module re- 

moved. A diagram of this equipment is shown in Figure 1, Page 3-41. In terms 

of a large scale production facility, a multi-step operation is necessary as is 

outlined on the production flow chart shown on page 3-40. 

tion of each step follows: 

Other possible liquid casting com- 

To date, 

These compounds must be properly formulated for outdoor use 

These compounds will 

A detailed descrip- 

Construction, top (sun side) to bottom: 

1. Clear glass sheet, 0.100 in. 

2. Plastisol casting liquid, 20 mils. 
3. Vinyl spacer buttons, 20 mils. 
4. Solar cell, 23 mils. 

5. Craneglass 230, non woven glass fiber mat spacer, sheet, 5 mils. 

6. Aluminum foil, 1 m i l .  

Operations 

1. Receive and store aluminum foil in rolls, 26 in. or 50 in. wide, 

2. Receive and store Craneglass 230 mat sheet in rolls, 24 in. or 48 in. wide. 

3. Receive and store solar cells, in prefabricated arrays, 24 in, x 48 in. 
4. Receive and store vinyl spacer button strip in rolls, 1 in. wide. 
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5. 

6. 

7. 

8. 

9. 

10 

11. 

12. 

13. 

14. 

15. 

16. 

17. 

18. 

19. 

20. 

21. 

22. 

23. 

24. 

Receive and s t o r e  g l a s s  shee t  i n  s tacks on p a l l e t s ,  precleaned, with 

l i n t - f r e e  i n t e r l e a f  t o  prevent scratching. 

Receive p l a s t i s o l ,  pumped from p l a s t i s o l  compounding p l an t  (gent le  

laminar, non-turbulent pumping and flow t o  prevent fonnation of a i r  bubbles 

i n  p l a s t i s o l ) .  

Store p l a s t i s o l  i n  s torage tank maintained under l i g h t  vacuum. 

Transfer aluminum f o i l  r o l l s  t o  s tack  s t a t i o n  1 area.  

Transfer Craneglass 230 r o l l s  t o  s tack  s t a t i o n  2 area. 

Transfer s o l a r  cell  prefabricated a r rays  t o  s tack  s t a t i o n  3 area. 

Transfer vinyl  spacer button s t r i p  r o l l s  t o  s tack s t a t i o n  3 area.  

Transfer g l a s s  shee t  p a l l e t s  t o  s tack s t a t i o n  4 area.  

Load aluminum f o i l  r o l l  on unwind stand a t  s tack s t a t i o n  1 after removing 

empty r o l l  core from previous r o l l .  

Load Craneglass 230 r o l l  on unwind s tand a t  s tack s t a t i o n  2 a f t e r  removing 

empty r o l l  core from previous r o l l .  

Load s o l a r  cel l  prefabricated a r rays  on unload s tand alongside s tack s t a t i o n  

3.  

Load v inyl  spacer button s t r i p  r o l l s  on each of s i x  unwind stands alongside 

stack s t a t i o n  3 a f t e r  removing empty r o l l  cores from previous r o l l s .  

Load p a l l e t  s tack of g l a s s  sheet  on unload stand a t  s tack s t a t i o n  4 a f t e r  

removing empty p a l l e t  from previous stack. 

Advance empty, clean, and open cas t ing  frame t o  s tack s t a t i o n  1 and index. 

A t  stack s t a t i o n  1, automatically c u t  a 26 in .  x 50 in .  sheet  of aluminum 

f o i l ,  and automatically index and place it on t h e  cored bottom p l a t e  of 

the  cas t ing  frame. 

Advance cas t ing  frame. 

Index cas t ing  frame between s tack s t a t i o n  1 and s tack  s t a t i o n  2 ,  lower 

gasketed "picture  frame" i n t o  pos i t ion  on top of aluminum f o i l  sheet ,  

25 i n ,  x 49 in .  ins ide  dimensions of p i c tu re  frame. 

Advance cas t ing  frame t o  s tack s t a t i o n  2 and index. 

A t  s tack s t a t i o n  2,, automatically c u t  a 24 in.  x 48 in .  sheet  of Crane- 

g lass  230, and automatically index and place it i n  the  cast ing frame on 

top of the  a l d n u m  f o i l ,  leaving 1/2-inch borders a l l  around between 

edges of sheet  and p i c tu re  frame. 

Advance cas t ing  frame t o  s tack s t a t i o n  3 and index. 
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25. 

26. 

27. 

28. 

29. 

30. 

31. 

32. 

33. 

34. 

35. 

36. 

37. 

38. 

39. 

40 

41. 

42. 

Alongside stack station 3, automatically pick up a prefabricated 24 in. 
x 48 in. solar cell array, index and place it on a horizontal table sur- 

face, automatically cut one 1 in. x 1 in. vinyl spacer button from each 
of six rolls, automatically place six spacer buttons on solar cell array, 

one in each corner and one at the center of each long edge, and auto- 

matically pick up and transfer the solar cell array, with spacer buttons at- 

tached, to stack station 3. 

At stack station 3, automatically index the prefabricated solar cell array, 

with spacer buttons attached, and place it in the casting frame on top 

of the Craneglass 230 sheet. 

Advance casting frame to stack station 4 and index. 

At stack station 4, automatically take one 26 in. x 50 in. glass plate 

from the pallet stack, leaving the interleaving behind, and automatically 

index and place it in the casting frame on top of the vinyl spacer 

buttons I 

Advance casting frame. 

Index casting frame, lower the cored top plate of the casting frame, and 

clamp the frame. 

Advance casting frame to moving conveyor. 

On moving conveyor, tilt the casting frame 45O from horizontal (inlet 

port low point, overflow port high point). 

Pump plastisol from storage tank to filling system supply tank. 

On moving conveyor, start to fill casting frame with plastisol slowly 

through inlet port with aid of vacuum on overflow port. 

On moving conveyor, stop plastisol flow to casting frame when plastisol 

level reaches overflow port. 

On moving conveyor, start steam flow to top and bottom plates of casting 

frame . 
On moving conveyor, heat 

On moving conveyor, shut 

bottom plates of casting 

On moving conveyor, cool 

On moving conveyor, shut 

On moving conveyor, open 

to 350°F for 5 minutes to fuse plastisol. 

off steam, start cooling water flow to top and 

frame . 
for five minutes, 

off cooling water flow. 

casting frame, remove module assembly, place 

module on conveyor to inspection area. 

On moving conveyor, clean and inspect casting frame for next cycle, 

return frame to horizontal position. 
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43. 

44. 

45 * 

46. 

47. 

48. 

49. 

Convey pot ted module assembly t o  inspection area. 

Inspect and t r i m  pot ted module assembly. 

Transfer t o  packaging area. 

Package pot ted module assembly 

Transfer t o  storage area. 

Store pot ted  module assembly. 

Transfer t o  shipping area f o r  shipment. 

Based on the  fabr ica t ion  s teps  described i n  the  production flow char t ,  the  

t o t a l  process may be calculated.  The Summary (Page 3-39) gives the  r e s u l t s  of 

t h i s  cost ing exercise  and includes such f ac to r s  as d i r e c t  and i n d i r e c t  labor ,  

u t i l i t i e s ,  f r e i g h t ,  insurance, maintenance, e t c .  The cos t  of t he  cast ing tech- 

nique so described is  found t o  be $6.47 per  module of 2 foot  by 4 foot  dimensions 

o r  equivalently,  $0.81 per  square foot.  

The reader is refer red  t o  Appendix I X  f o r  the details and calculat ions used 

i n  the  preparation of t h i s  process cos t  estimate.  
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SUMMARY 

SOLAR CELL ENCAPSULATION PROCESS 
LIQUID CASTING METHOD 

COST ESTIMATE 

Solar  ce l l  encapsulation/ 
casting/plastisol pot tan t /  
2 f t  x 4 f t  pqnels 
Superstrate  construction 

6.25 mill ion 
modules/yr 

Annual $ $ per  module 

50 mil l ion 
sq. f t . /y r  

$ per  sq. f t .  % 

66 -98 
7.37 
2.21 
3 -49 
2.69 
0.43 

0.46 

0.46 

1.34 --- 

Operating C o s t s  
V a r i a b l e  
Raw materials* 
D i r e c t  labor 
Fringes on d i r e c t  labor, 30% 
U t i l i t i e s  
Freight  i n  and ou t  
Packaging 
Maintenance suppl ies ,  1% of 

Maintenance labor ,  1% of 

O t h e r  supplies,  2% of 

By products c r e d i t s  

16,765,500 

16,765,500 

24,466,100 

24,466,100 
2,693,300 

808,000 
1,273,700 

982,600 
156,300 

3.9146 
0.4309 
0.1293 
0.2038 
0.1572 
0.0250 

0.4893 
0.0539 
0.0162 
0.0255 
0.0197 
0.0031 

0.0034 

0.0034 

0.0098 --- 

167,700 0.0268 

167,700 0.0268 

489,300 --- 0.0783 

4.9928 31,204,700 0.6241 85.43 

4.42 
1.33 
6.53 

1.38 

0.46 

0.46 
14.57 

100 IO0 

Fixed 
Indi rec t  labor ,  0.6 x d i r e c t  

Fringes on i n d i r e c t  labor, 30% 
Depreciation 
Insurance and taxes, 3% of 

16,765,500 
Maintenance suppl ies ,  1% of 

16,765,500 
Maintenance labor ,  1% of 

16,765,500 

labor 1,616,000 
484,800 

2,384,600 

0.2586 
0.0776 
0.3815 

0.0323 
0.0097 
0.0477 

0.0101 

0.0034 

0.0034 
0.1065 

503,000 

167,700 

167.700 

0.0805 

0.0268 

0.0268 
0.8518 

5.8446 

5,323,800 

36,528,500 Manufacturing Cost* 0.7306 

Working capital* 2,852,200 

R O I  before tax a t  20% of 
16,765,500 + 2,852,200 3,923,500 

Manufacturing C o s t  + ROI* 

0.0784 

I 0.8090* ! 
0.6277 

f 6.4723" 

L i f e  - Capital  equipment and buildings Annual Depreciation 

$, 504,000 
1,681,100 

1,008,000 
11,767,500 

2 y r s  
7 y r s  

20 y r s  
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3,990,000 
16,765,500 

199,500 
$2,384,600 

*Excludes solar ce l l  arrays 



SPRINGBORN LABORATORIES, INC. 

W 

Cost based on: 
Pottant: PVC Plastisol 
Design: Superstrate 
Size : 2 ft x 4 ft 

PRODUCTION FLOW CHART 
SOLAR CELL ENCAPSULATION PROCESS 

LIQUID CASTING TECHNIQUE 

Receive 
Al foil  in 
!IS rol3.s 

Receive Receive Receive vinyl Receiue 
glass m a t  prefab spacat strip glaas sheet 
spacat in solar cell in rolls stacke bn 
TL rolls =ay= !rL pallets 

station 2 station 3 Station 3 Station 4 

P I- & \L / I 
Place P i c t u r e  Frame, Stack in Casting Frame 

I 1 + 
Close, Clamp Ca~3ting PXllPLC 

I 

T i l t  Casting Frame - 
RacaiM 

plastisol 
w f- 
congoun&inq 

Starage 

1 

Fill Casting Frame with P l a s t i s o l  

Apply heat, Fuse P l a s t i s o l  
& 

I 

Module Shipment 

'Discard Interleaving 
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10 

\ 

12 

I. 
2 .  

3 .  

4. 

5 .  

6 .  

7 .  

a. 
9. 

10. 

11. 

12. 

FIGURE 1 

ENCAPSULATION FFQUi’E 
L I Q U I D  CASTING TECHNIQUE 

Bottom plate,  cored f o r  heating and cooling. 

Aluminum f o i l .  

Frame gasket 

Frame 

G l a s s  m a t  spacer 

Solar cell  

Spacer buttons 

G l a s s  p l a t e  

Top p l a t e ,  cored f o r  heat ing and cooling 

Clamp 

I n l e t  p o r t  

Overflow p o r t  

9 

a 
3 

11 
5 
4 
3 
2 

1 
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Appendix I 

MANUFACTURING COST ESTIMATE 
EVA SHEET, CLEAR 

CALCULATIONS 

OPERATING COSTS 

1. Raw Materials 

Compound Parts Pounds $/Lb = Total RMC 

5 , 089 , 295 
- 907,132 

11 584 
130 , 320 

- $0.5975 - Elvax 150 100 8 517,649 @ 
Lupersol 101 1.5 127 , 765 @ 7.10 - 
Naugard P 0.2 17 , 035 @ 0.68 - 
Cyasorb W531 0.3 25,553 @ 5.10 - 

- 
- 

Tinuvin 770 0.1 8 , 518 
102.1 8,696 , 520 

89 439 
$6,227,770/yr. 

- 10.50 - 

lb 1 ft. 2 
250,000 ft. x 0.020 in. x 0.966 x 62.4 *x - = 25,116 lbs./day net Day ft. 12 in. 

= 1,296 lbs./hr. line cap lbs. 1 da 1 1 
Day 24 hr. 0.95 yield 0.85 eff. 25,116 - x 2 x 

U s e  4.5 inch extruder, line cap 1300 lbs./hr. 
Line output 1300 lbs./hr. x 0.95 x 0.85 = 1050 lbs./hr net 

1050 x 24 
25,200 x 340 

= 25,200 lbs./day net 
= 8,568,000 lbs./yr. net 2 8,568,000 lbs. x 1 ft. x 1  x 12 in. = 85.284 million ft. /yr 

0.966 x 62.4 0.020 in. ft. at 20 mils 

Material used, at 105% shrinkage 1.015 x 8,568,000 = 8,696,520 lbs./yr. 

= $0.0730/ft.2 (20 mils) 1 yr.. 
85-284 x lob fteZ X 

$6,227,770 
Yr 

2 2. Release Paper: 85.284 million ft. /yr. + 1.5% shrinkage 
6 85.284 x 10 ft.2 x 1.015 x 25 lbs. 
Yr* 3000 ft.z lb . x $0.55 = $396,748/yr. 

Other supplies 0.02 x 6,227,770 = 124,555 
521 , 303 

U s e  $521,30O/yr. 



2. 

3. Uti l i t i es  

Elec t r ic i ty :  HP 40 Blender 
300 Extruder 
- 150 Other HP 
490 x 0.746 = 366 Kw 

150 JKW Heaters 
516 KW 
- 

516 KW x 340 x 24 hrs.  x $-, S168,4221yr. 
Y r -  Kwh 

Assume other  u t i l i t i e s  a t  20% of 168,422 = 33,684 
202,106 

U s e  $202,100 

4. Freight 

Freight i n  is prepaid on a l l  materials except release paper. 

= 721,361 Ibs./yr.  Release paper 85.284 x 10 6 x 1.015 x 25 
3 , 000 

9 

x-" $Ogo3 $21,64l/yr. 721,361 l b s .  
Y r  lb . 

Freight dut - wheeled racks with extruded sheet i n  r o l l s  t ransferred t o  
adjacent so l a r  panel p lan t ,  no f r e igh t  charge. 

Total  f re ight :  use $21,60O/yr. 

5. Packaging 

Extruded sheet in r o l l s  t ransferred t o  adjacent s o l a r  panel plant  on 
wheeled racks, no packaging charge. 

6. EVA Storage S i l o  

Average EVA inventory 14  days a t  25,200 Ibs./day = 352,800 lbs. 

3 352,800 lbs. x 1 f t .  = f t ,  3 

35 lbs .  

3 A s s u m e  capacity 1.25 t i m e s  average inventory, 1.25 x 10,080 = 12,600 f t .  

1978 Butler 12'D. x 48'H. coated steel  s i l o  with accessories - $7,841, 5,000 f t .  

Assume  3 x 5,000 = 15,000 f t .  

2 

2 

3 x 7,841 x 1.10 i n f l a t i o n  f ac to r  = 25,875 
Use$25,9oo 



3. 

7. Roll Shipping Racks 

Max output 1,300 obs./hr. 
Assume 3 in. I D  core, 3-1/2" OD 
Assume r o l l  On 24", length 60 in. 
0.020 EVA + 0.002 i n .  release paper per t u rn  = 0.022 i n .  

l b  3 
1728 i n .  

f t *  x 0.966 x 62.4 ft.3 3 o.020 IT (242 - 3.52) x 60 i n .  x 0.022 4 
842 lbs .  EVA/roll 

24 = 37 ro l l s /day  (max) 842 

Assume 50 r o l l  shipping racks,  wheeled, @ $400 = $20,000 

8. Direct Labor, Annual 

Description Numb er Rate Hours Total  

Extruder Operator 1 5.50 340x24 44,880 
H e l p e r s  2 4.50 340x24 73 , 440 

Raw material & f inished product 
hand1 er 1 4.50 340x24 36 , 720 

S h i f t  supervisor/mechanic 1 7.00 340x24 57 , 120 
1 5.50 340x24 44,880 
6 257,040 

Material b lender / re l ie f  - 
Average 5% s h i f t  d i f f e r e n t i a l  

168 
4 Average s h i f t  work week i s  - 42 hours per week 

Overtime premium - x 24 x 269,892 1 2  
2 

Total  number 6 x 4 = 24 

9. Working Capi ta l  

Raw 

+ Work i n  process 1 7,783,300 

+ Finished product 1 7,783,300 

14 (6,227,800 + 521,300) = 277,904 340 

= 22,892 340 

= 22,892 340 
+ Receivables 2 7,783,300 

12 0.80 

- PayablesL x 7,783,300 12 

= 810,760 

=-648,608 
485 , 840 

12 I852 
269 , 892 

6,426 
276 , 318 

U s e  $276,300 

U s e  $485,800 



4. 

10. Buildings 

Peroxide s torage 127,765 lbs . /yr .  
340 days/yr. = 376 lbs./day 

2 drums per  day 376 
200 
- =  

10 x 200 lb .  drums = 2000 lbs. min. shipment 

Assume shipment per 2 weeks - 14 x - = 27 drums per shipment 

Assume 40 x 200 lbs .  drums per shipment, 40 f t .  x 8 f t .  = 320 f t .  

Assume need 2 x 320 = 640 f t .  

376 
200 

2 

2 

640 f t . 2  x $30/ft.2 = $19,200 

Main Building 

Raw material s torage 10 x 40 = 400 f t .  /TL 2 

2 Assume 4TL - 4 x 400 31600 f t .  

Plan equal space fo r  aisles 1600 
3200 

Processing - extrusion 25x100 2500 
weighing, blending 50x50 2500 

Ship p ing 40x40 1600 
Officer 20x100 2000 
Shop 20x40 800 
Locker/lunchroom 20x60 1200 

1 3 m  

13,800 x $30/ft.2 = $414,000 

414,000 + 19,200 = $433,200 

U s e  $433,000 

11. Capital  Equipment Costs (a) 

2 1. 54,000 Blender, 300 f t .  
2. 3,500 Hopper 
3. - Hopper 
4 .  116,000 4.5 inch extruder 
5. 28,000 Sheet d i e  
6 .  199,000 Haul o f f ,  thickness control ,  paper pay-off 



5. 

11. Capital  Equipment Costs (Continued) 

7.  42,800 Winder 
8 .  
9. 10,000 Car unloader 

10. 25,900 Storage s i l o s  
11. 10,000 EVA t ransfer  system 
12. 15,000 EVA weigh hopper 
13. 2,000 Hopper 
14. 5,000 Scale 

15,000 Edge t r i m  and granulator 

- 20,000 Roll shipping racks, w..eeled (5 
545,700 
136,400 Ins t a l l a t ion  a t  25% ( inc l .  f r e igh t  and sales tax) 
682,100 
68,200 Engineering a t  10% 

750,300 
112,600 Auxiliary plant  equipment, spares, 15% 
862.900 

15,16. 433; 000 Buildings 
1,295,900 Total  

(a) Numbers correspond t o  the  items shown on the  production flow chart .  



Appendix I1 

MANUFACTURING COST ESTIMATES 
EVA SHEET, PIGMENTED 

CALCULATIONS 

1. Raw Materials 

RMC Compound P a r t s  Pounds $/Lb. - 
0.5975 - - 4,767 , 129 

- 849,707 
Elvax 150 100 7 , 978 , 459 @ 
Lupersol 101 1.5 119 , 677 @ 7.10 - 

179 , 515 0 -45 3 

- 137,627 
Kadox 15 ZnO 5 398 , 923 @ 
Ferro AM105 0.5 39,892 @ 3.45 - 

- 

RF-3 Ti02 

l b  . 1 f t .  
2 f t .  250,000 - x 0.020 i n .  x 0.981 x 62.4 -3 x - day f t .  12 in. = 25,506 lbs./day net 

2.0 159,569 @ 0.545 
109.0 8 , 696 , 520 

- - 86,965 
$6 , 0 20 , 943 /yr . 

= 1316 lbs . /hr .  l i n e  cap lb s .  1 day 1 1 25,506 - day 24 h r .  0.95 y ie ld  0.85 e f f .  

U s e  4.5 inch extruder, l i n e  cap 1300 lbs . /hr .  

Line output 1300 lbs . /hr .  x 0.95 x 0.85 = 1050 lbs . /hr  net 
1050 x 24 = 25,200 lbs  ./day net  

25,200 x340 = 8,568,000 lbs . /yr .  ne t  

2 
X in* = 83.980 mil l ion f t .  /yr. 1 3 

X 
l b s .  l f t .  
Yr a t  20 mils 0.981 x 62.4 l b s .  0.020 i n .  f t .  8,568,000 - X 

Material used, a t  1.5% shrinkage 1.015 x 8,568,000 = 8,696,520 lbs . /yr .  

1 yr .  - 
83.980 x 10” f t .L  - = $0.0717/ft.2 (20 mils) X 

$6,020,943 
Y r *  

2 2. Release paper: 83.980 mil l ion f t .  /yr.  + 1.5% shrinkage 

6 

Y r  3000 f t  l b .  
83.980 x 10 f t a 2  x 1.015 x 25 lbs.2x $0.55 -- - $390,682/yr. 

Other supplies 0.02 x 6,020,943 = 120,419 
511 , 101 

U s e  $511,10O/yr. 



2. 

3. U t i l i t i e s  

E l ec t r i c i ty :  HI? 20 Blender 
30 T i m e  screw extruder 
40 Blender 
300 Extruder 
200 Other HP 
590 x 0.746 = 440 KM 
- 

25 KW heaters  
150 KW heaters  
615 KW 
- 

615 KM x 340 x 24 hrs.  x $0.04= $200,7361yr. 
Y r  - Kwh 

40 , 147 

U s e  $240,900 
Assume other  u t i l i t i e s  a t  20% of 200,736 = $240,8831yr. 

4. Freight 

Freight i n  i s  prepaid on a l l  materials except release paper 

6 
3000 = 710,331 lbs . /yr .  Release paper 83.980 x 10 x 1.015 x 25 

-- - $21,31O/yr e 710,331 - lbs. x $0.03 
Y r  l b  (. 

Freight out - wheeled racks with extruded sheet i n  rolls t ransferred t o  
adjacent so l a r  panel plant ,  no f r e igh t  charge. 

Total  f re ight :  use $21,30O/yr. 

5. Packaging 

Extruded sheet i n  r o l l s  t ransferred t o  adjacent so l a r  panel plant  on wheeled 
racks, no packaging charge. 

6. EVA Storage S i l o  

Average EVA inventory 14 days a t  25,200 lbs./day = 352,800 lbs .  

3 2 
35 l b .  

352,800 lbs. x 1 f t .  f t .  

A s s u m e  capacity 1.25 t i m e s  average inventory 
3 1.25 x 10,080 = 12,600 f t .  

3 1978 Butler 12'D x 48'H coated steel  s i l o  with accessories - $7,841, 5,000 f t .  

Assume 3 x 5,000 = 15,000 f t .  3 

3 x 7,841 x 1.10 i n f l a t i o n  fac tor  = 25,875 
U s e  $25,900 



3. 

7. Roll Shipping Racks 

Max output 1300 lbs . /hr .  

Assume 3 in .  I D  core, 3-1/2" OD 
Assume r o l l  OD 24 i n . ,  length 60 i n .  
0.020 EVA + 0.002 in. release paper i n  tuxn = 0.022 in .  

lb . 
1728 i n .  f t .  

3 

2 ft.  3 x 0.981 x 62.4 -3'= (242 - 3.5 ) x 60 i n .  x 0.020 
0.022 x4 

856 l b s .  EVA/roll 

24- 37 rol ls /day (max) 856 
Assume 50 r o l l  shipping racks, wheeled, @ $400 = $20,000 

8. Direct Labor, Annual 

Description Rate Hours' Total  - Number 

Extruder operator 2 
Helper 2 
Raw material & f inished product 

1 
1 Shi f t  supervisor 

M e  chani c 1 
Material blender/rel ief  1 

8 

handler 

Average 5% s h i f t  d i f f e r e n t i a l  

5.50 340x24 89,760 
4.50 340x24 73,440 

4.50 340x24 36,720 
7.00 340x24 57,120 
6.00 340x24 48 , 960 
5.50 340x24 44,880 

350,880 
17,544 
368 , 424 

Average s h i f t  work week is  - -  168 - 42 hours per week 
4 

1 2  Overtime premium - x 42 x 368,424 ' 2 8,772 
377 , 196 

U s e  $377,200 

Total number 8 x 4 = 32 

9. Working Capital  

Raw Material - l4 (6,020,900 - 511,100) = 268,965 

+ Work i n  process - x 7,936,700 = 23,343 
340 

340 
+ Finished product - x 7,936,700 = 23,343 340 

1 7,936,700 
0.80 + Receivables - x 12 

1 - Payables - x 7,936,700 12 

= 826,740 

=-661,39 2 
480,999 

U s e  $ 481,000 



4. 

10. Buildings 

119,677 lbs*/yr. = 352 Ibs./day 
340 days/yr . Peroxide s torage 

- -  352 - 
200 2 drums per day 

10 x 200 lb. drums = 2000 lbs .  min. shipment 

Assume shipment p e r  2 weeks, 1 4  x - 352 = 25 drums per shipment 
200 

Assume 40 x 200 l b s .  drums per shipment, 40 f t .  x 8 f t .  = 320 f t .  

Assume used 2 x 320 = 640 E t .  2 

640 f t . 2  x $30/ft.2 = $19,200 

Main Building 

2 
2 Raw material storage,  10 x 40 = 400 f t .  /TL 

Assume 8 TL 8 x400 = 3200 f t .  
Plus equal space f o r  aisles 3200 

6400 
Processing extrusion 2 x 25 x 100 5000 

weighing, blending 2 x 50 x 50 5000 
Shipping 40 x 40 1600 
Off i c e s  20 X l O O  2000 
Shop 20 x 40 800 
Locker/lunch room 20-x 60 

22,000 x $30/ft .2 = $660,000 

660,000 + 19,200 = $679,200 

U s e  $679,000 

(a> 11. Capital  Equipment Costs 

2 1. 33,000 Blender, 150 f t .  
2 .  2,000 Hopper 
3. 3,000 Feeder 
4 .  207,000 Twin screw compounding extruder 
5. 2,000 Strand d i e  
6. 15,000 P e l l e t i z e r  
7. 5,000 Transfer system 
8. 54,000 Blender, 300 f t .  
9. 3,000 Hopper 

3 

. I  

1200 
2 T 3 m  



5. 

11. Capital  Equipment Costs (Continued) 

10. - 
11. 116,000 
12. 28,000 
13. 119,000 
14. 42,800 
15. 15,000 
16. 10,000 
17. 25,900 
18. 10,000 
19. 15,000 
20. 2,000 
21. 2,000 
22. 1,000 
23. 5,000 
24. 5,000 

20,000 
820,700 
205,200 

1,025,900 
102 J 600 

1,128,500 
169,300 

1,297,800 
25,26. 679,000 

1,976,800 

Hopper 
4.5 inch extruder 
Sheet d i e  
Haul o f f ,  thickness control ,  paper pay-off 
Winder 
Edge t r i m  and granulator 
Car unloader 
Storage s i l o s  
EVA t r ans fe r  system 
EVA weight hopper 
Hopper 
Hopper 
Hopper 
Scale  
Scale  
Roll shipping racks, wheeled (50) 

I n s t a l l a t i o n  a t  25% ( i n c l .  f r e i g h t  and sales tax) 

Engineering a t  10% 

Auxiliary plant  equipment, spares ,  15% 

Buildings 
Tota l  

(a)  Numbers correspond t o  i t e m s  on production f l o w  char t .  



Appendix 111 

1. Production 

Compound 

Nordel 1320 (EPDM) 
Lupersol 231 
Cab-0-Si1 MS-7 
Tinuvin 770 
Cyasorb W-531 
Goodrite 3114 

EPDM SHEET 
MANUFACTURING COST ESTIMATES 

CALCULATIONS - SPECIFIC GRAVITY 

Parts/ 
Specific Gravity 

116.2791 100/0.860 - 
1.01’0.907 - 1 1025 
2.0/2.2 = ,l. 3636 

- 

- 
O *looo Speci f ic  
0*3000 Gravit 

0.2/1.03 = Compouid 

0.1/1 - 
0.3/1 - - 

104.6 / 119.3394 = 0.8765 

= 22,789 lb./day ne t  250,000 f t . 2  x 0.020 i n .  x 0.8765 x 62.4 l b .  x 1 f t .  
f t . 3  12 i n .  day 

= 1176 lbs . /hr .  l ine  cap. 22,789 lbs. x 1 day x 1 1 
day 24 h r .  0.95 y ie ld  0.85 e f f .  

= 1400 lbs . /hr .  3D Banbury cap. 140 Ib.  x 60 min. 
6 min. h r  . 

Line output 1400 x 0.95 x 0.85 = 1130 lbs . /h r .  ne t  
1130 x 24 
2712 x340 = 9,220,800 lbs . /y r .  net  

= 27,120 lbs./day ne t  

2 = 101.154 mil l ion  f t .  / 12 i n .  
f t .  X 

1 3 
X 

9,220,800 l b s .  x 1 f t .  

y r .  a t  20 mils 0.8765 x 62.4 l b .  0.020 i n .  

2. Raw Materials 

Xaterial used, a t  1.5% shrinkage, 1.015 x 9,220,800 = 9,359,112 lbs . /yr .  

RMC Compounds P a r t s  Pounds $/Lb - 
6,263,268 

Lupersol 231 1 89,475 X 3.70 - - 331,058 
496 , 588 

136 , 899 
Goodrite 3114 0.2 17,895 X 3.19 - - 57,085 

- Nordel 1323 100 8 , 947 , 525 X 0.70 - 
Cab-0-Si1 MS-7 3 268 , 426 X 1.85 - 
Tinuvin 770 0 .1  8,948 x 10.50 - - 93,954 
Cyasorb OV5-1 0.3 26 , 843 X 5.10 - 

- 

- 

104.6 9 , 359 , 112 $7,378,852/yr. 

= $0.0729/ft.2 (20 mils) $7,372,852 - 1 yr .  
y r .  101.154 x lob f t .  



2. 

3. Release Paper 

2 Plus release paper, 101.154 mill ion f t .  /yr. + 1.5% shrinkage 

6 101.154 x 10 f t q 2  x 1.015 x 25 lbs .  x $0.55 E $470,577/yr 
Y r  3000 f t .  l b s .  

Other supplies 0.02 x 7,378,852 = 147,577 
$618,154/yr 

4. Direct Labor, Annual 

Description Number Rate Hours Total  - 
Guil lot ine operator 1 
Banbury operator 1 
Calender t ra in  operator 1 
Calender t r a i n  helpers 2 

Shi f t  supervisor/mechanic 1 

Raw material & f inished product 
handler 1 

Relief 1 
8 

Average 5% s h i f t  d i f f e r e n t i a l  

Average s h i f t  work week is 168 E 42 hours per week 
4 

4.50 340x24 36,720 
5.00 340x24 40 , 800 
5.50 340x24 44 , 880 
4.50 340x24 73 , 440 

4.50 340x24 36,720 
7 .OO 340x24 57,120 
5 .OO 340x24 40,800 

330 , 480 

Overtime premium L 347,004 
2 

16,524 
347,004 

8,262 
355,266 

U s  e $355,300 

Total  number 8 x 4 = 32 

(a> 5. Capi t a l  Equipment Costs 

1. 250,000 
2. 160,000 
3. 300,000 
4. 70,000 
- 70,000 
5. 9 , 000 
6. 5,000 - 20 , 000 

884 , 000 
265,200 

1,149,200 
114 , 900 

1,264,100 
189,600 

1,453 , 700 
7&8 470,000 

1,923,700 

3D Banbury mixer 
22 x 60 2 roll m i l l  
24 x68 2 r o l l  calender 
Calender t r a i n  - take o f f ,  cool, wind 
Conveyor 
Guil lot ine c u t t e r  
Scale 
R o l l  shipping racks,  wheeled 
Plant  equipment 
Ins t a l l a t ion  a t  30% ( inc l .  f r e igh t  and sales tax) 

Engineering a t  10% 

Auxiliary p l a n t  equipment, spares 15% 

Buildings 
T o t a l  

(a) Numbers correspond t o  i t e m s  on production flow chart .  



Appendix IV 

MANUFACTURING COST ESTIMATE 
ALIPHATIC POLYUFLETHANE 

SYRUP, CLEAR 

CALCULATIONS 

1, Raw Materials 

Quinn Q-621 525 
Quinn Q-626 146.5 

671.5 

64.3 lbs x- 1 ft = 26,792 lbs/day 
ft3 12 in x 0.020 in x ftL 250,000 - 

day 

26,792 x 340 = 9,109,280 lbs/yr 

At 1.5% shrinkage 1.015 x 9,109,280 = 9,245, 919 lbs/yr 

Quinn Q-621 525 7,228,753 x 1.65 = 11,927,442 
Quinn mod Q-626 146.5 2,017,166 x 1.25 = 2,521,458 

671.5 9,245,919 $14,448,900/yr 

14,448,900/250,000 x 340 - $0. 1700/ft2 (20 mils) 
250,000 x 340 = 85.00 million ft2/yr (20 mils) , 

Supplies 0.02 x 14,448,900 = 288,978 
use $289,00O/yr 

2. Direct labor, annual 

Description 

Operator/mechanic 
Helper 

5% shift differential on 44,880 

Number Rate Hours Total 

1 5.50 340 x 24 44,880 
1 4.50 250 x 8 9,000 

53,880 

168 Average shift work week is - = 42 hours per week 4 
x -  (44,880 + 2,244) Overtime premium - 1 

2 42 

2,244 
56,124 

1,122 
57,246 

Use $58,300 
Total number 4 x 1 + 1 = 5 



2. 

3. Working Capital 

Raw material 14 (14,448,900 + 289,000) 340 

+ Work in process - x 14,926,200 340 

+ Finished product 
14,926,200 

0.80 + Receivables A x  12 

- Payables - x 14,926,200 12 

- - 606,855 

- - 43,901 

-0- - - 

- - 1,554,813 

= -1,243,850 
961,719 

Use $ 961,800 

4. Capital equipment costs (a) 

1 
2 
3 
4 
5 
6 
7 
8 
9 
10 
11 
12 
13 

5,000 
5,000 
20,000 
7,200 
5,000 
5,000 
2,700 
1,600 
8,200 
4,000 

14,000 

8,500 
86,200 
34,500 
120,700 
18,100 
138,800 

Unload pump 
Unload pump 
Storage tank 
Storage tank 
Charge pump 
Charge pump 
Heat exchanger 
Heat exchanger 
Heated deaeration reservoir 

- Heated deaeration reservoir 
( Metering/recycle pump 
( Metering/recycle pump 
( Mixer/dispenser 
Vacuum pump 

Installation at 40% (incl, freight and sales tax) 

Engineering at 15% 

27,800 Auxiliary plant equipment, spares, 20% 
166,600 -- 135,000 Building 
301,600 Total 

(a) Numbers correspon d to items on production flow chart, 



Appendix V 

MANUFACTURING COST ESTIMATE 
PVC PLASTISOL 
SYRUP, CLEAR 

CALCULATIONS 

1. Production 

Compound 

Goodyear P l iov ic  WO-1 PVC 
R&H Paraplex G-30 
R&H Paraplex G-62 
R&H Monomer X-970 
M&T Thermolite 42 
Ciba Geigy Tinuvin P 

x 0.020 i n  x 1 f t 2  250,000 - 
day 

Parts Specif ic  Gravity 

72.4286 
61.3636 

7.4475 

- 100 / 1.4 - 
67.5 1-10 - 

7.5 0 -993 - 
25 .O 1.011 - - 24,7280 Specif ic  

2 .o 1.14 - - 1.7544 Gravity 
1.011 1 - - 1.0110 Compound 

203.011/ 167.7331 r 1 . 2 1 1  sp  g r  

- 
- 

ft  = 31,460 lb/day lb 
1 2  i n  210 x 62.4 x 

lbs 1 g a l  = 3,116 gal/day 31'46* day 1.210 x 8.345 lb 

Use Day Nauta mixer MBX1410, 1054 ga l / sh i f t  x 3 shif ts /day - 3,162 gal/day 

days 3,162 - x 1.210 x 8.345 - Ibs x 340 - = 11,018,400 lbs/yr 
day g a l  Y r  

2 .  Raw Materials 

Compound 

Goodyear P l iov ic  WO-1 
R&H Paraplex G-30 
R&H Paraplex G-62 
R&H Monomer X-970 
M&T Thermolite 42 
Ciba Geigy Tinuvin P 

P a r t s  Pounds $/lb RMC 

100 5,427,489 x 0.48 = 2,605,195 
67.5 3,663,555 x 0.75 = 2,747,666 

7 . 5  407,062 x 0.61 = 248,308 
25.0 1,356,872 x 1.33 = 1,804,640 

2 .o 108,550 x 4.16 = 451,568 
1.011 54,872 x 7.35 = 403,309 

203.011 11,018,400 $8,260,686/yr 

$8,260,686/11,018,400 = $0.7497/1b 

2 = 86.265 mil l ion f t  /yr 1 2  i n  1 10,855,567 - Ibs x 1 f t 3  x- 
' (20 m i l s )  1 f t  0.020 i n  y r  1.210 x 62.4 lb 

2 8,260,686/86.265 x lo6 = $0.0958/ft (20 m i l s )  

Supplies 0.02 x 8,260,686 = 165,214 
U s e  $165,20O/yr 



2. 

3. D i r e c t  labor,  annual 

Description 

Operator 
Helper 
Material handler 

N u m b e r  Rate 

1 5.50 
1 4.50 
1 4.50 

5% s h i f t  d i f f e r e n t i a l  on (44,880 -:- 36,720) 

168 Average s h i f t  work week is - =  42 hours per week 4 
1 2  4,080) x - (44,880 -?- 36,720 3 42 Overtime premium 

Total  number 4x2+1=9 

4. Working c a p i t a l  

Raw material 14 340 

+ Work i n  process - x 8,781,900 
+ Financial  product - x 8,781,900 

(8,260,700 f 165,200) 

340 

340 
8,781,900 

0.80 f Receivables 12 I x  

- Payables - x 8,781,900 12 

Hours Total  

340x24 44,880 
340x24 36,720 
250x 8 9,000 

90,600 
4,080 

2,040 
96,720 

U s e  $96,700 

- - 346,949 

25,829 - - 

- - 25,829 

- - 914,781 

- 731,825 
581,563 

- - 

U s e  $581,600 



3. 

(a)  5. Capital  equipment cos ts  

1 
2 
3 
4 
5 
6 
7 
8 
9 
10 
11 
12 
13 
14 
15 
16 
17 

5,000 
5,000 
5,000 
9,800 
4 , 200 
5,700 
5,000 
5,000 
5 , 000 
5,000 
5,000 
5,000 
5,000 
15,000 
73,500 
5,000 
4 , 200 

Unload pump 
Unload pump 
Unload pump 
Storage tank 
Storage tank 
Storage tank 
Charge pump 
Charge pump 
Charge pump 
Meter 
Meter 
Meter 
Scale 
Bag dumper 
Mixerpeaerator  
Transfer pump 
Plastic01 storage 

18 5,000 Transfer pump 
172,400 

241,400 
69,000 I n s t a l l a t i o n  a t  40% ( inc l .  f r e igh t  and sales tax) 

36,200 Engineering a t  15% 
277.600 
55,500 Auxiliary p lan t  equipment, Spares, 20% 
333,100 

19 369,000 Building 
702,100 Total  

(a) Numbers  correspond t o  i t e m s  on production flow chart .  



Appendix V I  

MANUFACTURING COST ESTIMATE 
BUTYL ACRYLATE 

SYRUP CLEAR 

CALCULATIONS 

1. Raw Materials 

2 200,000 f t  /day, 20 m i l s  plastic po t t an t  thickness 

' ft x 1.08x623.4 Ib = 7,637,760 lbs/yr da s 
f t  

200,000 - ft2 x 340 A x  0.020 i n  x - day Y r  1 2  i n  

Monomer requirements, a t  I% loss i n  syrup preparation: 

7,637,760 x 1.01 = 7,714,138 lbs/yr  

7,714,138 lbs/yr  x $0.43/lb = $3,317,079/yr 
Additives and inh ib i to r ,  10% 331,708 
Raw materials 3,648,787/yr 

Use $3,648,800/yr 

1 Y r  = 945.36 lb s /h r  l b s  mon. 
340 x 24 h r s  7,714,138 

Y r  

2. Production Rate 

For 1 2  h r s  residence time a t  l i qu id  sp g r  0.894: 

= 1520.6 g a l  1 g a l  
0.894 x 8.345 l b  945.36 - lbs x 12 h r  x h r  

A t  20% head space and 33% conversion from sp  g r  0.894 t o  1.08: 

1520-6 = 1900.7 g a l  0.80 

= 1778.6 gal 0.894 
~ 0.894+0.33 (1.08-0.894) 

= 3041.2 gal/day mommer l b s  24 h r  1 g a l  
h r  day 0.894 x 8.345 l b  945.36 -X - 

= 126.72 ga l /h r  monomer  1 g a l  
0.894 x 8.345 lb  945.36 - lbS x h r  

126.72/60 = 2.112 gal/min, mommer 



2. 

3. Utilities 

Electricity 

25 HP - Pumps, assume 5 (4 5 Hp - 
30 
55 

- - Agitators, assume 25 HP + 5 HP - 
Other, assume 45 - 

100 HP 
Kw $0.04 100 Hp x 0.746 -x 24 x 340 - = $24,349/yr 
HP Yr KWH 

Cooling water 

Heat exchanger (excl. losses) 

o 18%' Ibs x 0.46 BTU x (80-30) C x- hr lb deg F 
BTU 
hr 

= 39,138 BTUfir OC 945.36 - 
1 1 lb deg F 

x 7 1 BTU 18 F 
= 2,174.3 lb cooling waterfir 39,138 - 

Reactor (excl . losses) 
lb deg F 

lbs x (80-2OfOC x - lm8OF X Om4' BTu = 46,965 BTU/hr for heat up OC 945.36 - hr 

lbs mon lmole 18.5 kcal 453.6 gms 3.9683 BTU 
lb kcal x 0.33 polym x X 128 gms mole 945.36 hr 

81,162 BTU/hr heat released 

81,161 - 46,965 = 34,197 BTUfir to be removed 

x-= 1899.8 lb cooling waterfir BTU 1 lb deg F 
hr 1 BTU 180F 34,197 -X 

x 24 x 340 - hr = 3,983,781 gal water/yr 
8.345 lb Yr 

(2,174-3 x 1899.8) lb x 

= S1,331/yr gal 1 ft3 $0.25 
yr 7.481 gal 100 ft3 3,983,781 - 

24,349 + 1,331 = $25,68O/yr 
Other uti1 at 30% of 25,680 - - 7,704 

$33 , 384 

Use $33,40O/yr 1 



3. 

4. Freight 

Freight i n  on u-butyl acry la te  monomer is prepaid; assume f r e i  h t  i n  on a l l  
other  r a w  materials and suppl ies  is e i t h e r  prepaid o r  negligibye. 

Freight  ou t  - assume cas t ing  syrup is pumped t o  adjacent solar panel 
p lan t ,  no f r e i g h t  charge. 

5. Packaging 

A s s u m e  cas t ing  syrup is  pumped t o  adjacent so l a r  panel p lan t ,  no 
packaging charge. 

6. Direct labor,  annual 

Description N u m b e r  Rate Hours Total  

Operator/mechanic 1 5 -50 340x24 44,880 
Helper 2 

3 
- 4 .50 340x24 73,440 

118,320 
Av. 5% s h i f t  d i f f e r e n t i a l  on 118,320 

Average s h i f t  work week is 168 = 42 hours per  week 4 
1 2  
2 42 Overtime premium - x - x 124,236 

5,916 
124,236 

2,958 
127,194 

Total  number 4x3=12 0 

7. Working c a p i t a l  

Raw material  14 340 

+ Work i n  process - x 4,111,600 
+ Finished product - x 4,111,600 

(3,648,800 + 73,000) 

340 

340 
1 4,111,600 
12 8 + Receivables - x 

- Payables 1 x 4,111,600 12 

- - 153,251 

- - 12,093 

- - 12,093 

- 428,292 

- - - 342,633 
263,096 

U s e  $ 263,100 



4. 

(a) 8. Capital equipment costs 

1. 
2. 
3. 
4. 
5. 
6. 
7. 
8. 
9. 
10. 
11. 
12. 
13. 
14. 

15. 
16. 

Transfer pump 5 , 000 
Monomer storage tank 20 , 000 
Weigh scale 5,000 
Batch mixing tank 5,000 
Transfer pump 5,000 
Feed tank 2,000 

Metering pump 5,000 
Metering pump 5,000 

Stirred polymerization kettle 37,000 
Heat exchanger 3,000 
Inhibitor feed tank 1 , 000 
Metering pump 5,000 
In line mixer 10 , 000 
Syrup storage tank 3,000 

111 , 000 
Auxiliary plant equipment, instruments, 
spares , 30% 33 , 300 

144 , 300 

sales tax 57,700 
202,000 

Engineering , 15% 30 , 300 
232 , 300 

Initiator storage building, 300 ft2 @ $30 1 159,000 
Process and storage building, 5000 ft2 @ $30) 

391,300 
Use $392,000 

Installation at 40% (incl. freight and 



Appendix VI1 

MANUFACTURING COST CALCULATIONS 
BUTYL ACRYLATE 
SHEET, CLEAR 
CALCULATIONS 

1. Raw Materials 

200,000 ft2/day, 20 mils plastic sheet thickness 

ft x 1.08x623*4 Ib = 7,637,760 lbs/yr 200,000 - ft2 x 340 *x 0,020 in x - day Yr 12 in ft 

At 2% monomer losses in going from monomer to sheet, monomer requirements 
are 7,637,760 x 1.02 = 7,790,515 lbs/yr 

7,790,515 lbs/yr x $0.43/lb - - $3,349,922/yr 
Additives, 10% 
Raw materials 

334,992 
$3,684,914/yr 

Use $3,684,900/yr 

2. Release paper 

ft2 340 days 1.02 25 lbs $0.55 x - = $317,90O/yr 3000 ft lb 200,000 - X 
day Yr 

Other supplies 0.02 x 3,684,900 
d 

= 73,698 
391,598 

Use $391,60O/yr 
* 

3. Production Rate 

= 954.72 lbs/hr mommer lbs mon 1 Yr 7,790,515 X 340x24 hrs Yr 

= 127.97 gal/hr monomer lbs 1 gal 954.72 - hr 0.894 x 8.345 lb 
127.97 x 24 = 3071.3 gal/day mommer 

127.97/60 = 2.133 gal/min mommer 

4. Utilities 

Electricity 
30HP 
30 

2 stirrer motors, 25 + 15 - 40 

- - 6 transfer or metering pumps @ 5HP 
2 melt pumps (3 15HP - - 

- 1 extruder drive and heaters - 

Other 

20 
130 
- 

70 
200HP 

- - - 
hrs $0.04 
Yr 

x - -i $48,699/yr 200HP x 0*746 Hp KW x 24x340 - KWH 



2. 

Gas ( for  Therminol heater)  - 
1.8OF 
C 

lbs x 50°C x '7, x 955 - hr  

43,000 x 340 x 24 = 350.88 

Oa5 BTu = 43,000 BTU/hr lb deg F 

x lo6 BTU/yr 

6 BTU 1 f t3  nat  gas 
1000 BTU 

350.88 x 10 - 
yr 

= $1053/yr $3.00 
1000 f t 3  X 

Cooling w a t e r  

S t i r r ed  polymerization reactor  

Heat absorbed 

l m o l e  18.5 K c a l  453.6 gm 3.9683 BTU - - 
128 gms mole l b  K c a l  954.72 - Ibs x 0.33 polym x hr  

81,965 BTU/hr 

Heat t o  be removed: 81,965 - 47,430 = 34,535 BTU/hr 

Second polymerization reactor  

Heat absorbed 

0.46 BTu = 55,336 BTU/hr X lb OF 
Ibs x (150-80) OC x 0~ 1.8OF 
h r  954.72 - 

Heat released 
18.5 x 453.6 x 3.9683 BTU 

128 lb 
-=  l b s  

hr  954.72 - x (0.88-0.33) p01ym x 

136,609 BTU/hr 

Heat to be removed: 136,609 - 55,336 = 81,273 BTU/hr 

Sheet cooling 

1.8%' 954.72 hr 
Vapor condenser 

1.89 Ibs x (200-50)°C x - 
OC 57.3 - h r  

l b s  46 c a l  453.6 gm 
l b  57.3 - 

h r  gm 

34,535 + 81,273 + 142,292 + 7,117 
x- I x  1 l b  deg F 

BTU 18OF 269,961 E x h r  

Oo4' BTU = 142,292 BTU/hr lb deg F X 

0.46 BTU = 7,117 BTU/hr lb deg F 

BTU = 4,744 BTU/hr 252 c a l  

+ 4,744 = 269,961 BTUfhr 

x 340x24 hr = 14,665,347 gal/yr 
8.345 l b  Y r  



3. 

Steam je t  

x 60 lbs vap = 1.82 g p m  w a t e r  20 gpm 
660 lbs vapor 

891,072 gal/yr 1.82 g p m  x 60 x 24 x 340 - =  

14,665,347 + 891,072 = 15,556,419 gal/yr 

m i n  
Y r  

15,556,419 - g a l  1 f t 3  X $0.25s = $5,199/yr y r  7.481 g a l  100 f t  

330 lb s /h r  6o lbS vap = 30 l b s  steam/hr 660 lbs/hr vap h r  

30 lbs 340x24 h r  $5.00 = S1224/yr 
h r  Y r  1000 lb  

48,699 + 1,053 + 5,199 + 1,224 = $56,175/yr 
O t h e r  u t i l i t i e s  a t  30% of 56,175 = 16,853 

73,028 
U s e  $73,00O/yr 

5. Freight  i n  on n-butyl acry la te  monomer is  prepaid; assume f r e i g h t  i n  on a l l  
other  r a w  materials and supplies except release paper i s  e i t h e r  prepaid 
or negl igible .  

Release paper 

100,000 x 340 x 1.02 x 25 = 578,000 lbs/yr 3,000 

578,000 - Ibs x - = $77,34O/yr Y r  lb  

Freight  ou t  - wheeled racks with extruded sheet  i n  rolls  t ransfer red  
t o  adjacent solar panel p lan t ,  no f r e i g h t  charge. 

Total  f re ight :  U s e  $17,40O/yr 

6. Packaging 

Extruded sheet  i n  rolls t ransferred t o  adjacent solar panel p l an t  on 
wheeled racks,  no packaging charge. 



4. 

7. Direct labor ,  annual 

Description 

S h i f t  supeuvisor/mechanic 
Operator, polymerization 
Helper, polymerization 
Operator, shee t  l i n e  . 
Helper, sheet  l i n e  
Material handler / re l ief  

Average 5% s h i f t  d i f f e r e n t i a l  

N u m b e r  Rate Hours Total  - 
1 7.00 340x24 57,120 
1 5.50 340x24 44,880 
2 4.50 340x24 73,440 
1 5.50 340x24 44,880 
1 4.50 340x24 36,720 
1 4.50 340x24 36,720 
7 293,760 
- 

Average s h i f t  work week is - 168 = 42 hours per  week 

O v e r t i m e  premium - x - x 308,448 2 42 

4 

Total number 7 x 4 = 28 

8. Working c a p i t a l  

~ a w  material 14 (3,684,900 + 391,600) = 167,856 340 

+ Work i n  process - x 5,161,400 - - 15,181 

+ Finished product - x 5,161,400 - - 15,181 

340 

340 
1 5,161,400 
12 0.8 + Receivables - x 

- Payables 12 x 5,161,400 
- - 537,646 

- - - 430,117 
305,747 

U s e  $305.800 

14,688 
308,448 

7,344 

315,792 
U s e  $315,800 



5 .  

(a) 
9. Capital  equipment cos ts  

1. 
2. 
3. 
4. 
5 .  
6. 
7. 
8. 
9. 

10. 
11. 
12. 
13. 
14. 
15. 
16. 
17. 
18. 
19. 

20. 
21. 
22. 

Transfer pump 
Monomer storage tank 
Weigh scale 
Batch mixing tank 
Transfer pump 
Feed tank 
Metering pump 
Metering pump 
S t i r r ed  polymerization k e t t l e  
Transfer pump 
Second polymerization reactor  
M e l t  pump 
Me 1 t preheater 
Tower devo la t i l i ze r  
M e l t  pump 
Sheet d i e  
H a u l  o f f ,  thickness control ,  paper pay-off 
Winder 
Tr im recycle extruder, 2.5 i n ,  w/screen 
changer 
Oligomers condenser 
Monomer condenser 
Transfer pump 
Vacuum j e t  
Roll shipping racks, wheeled (40) 
Theminol system 

Auxiliary p lan t  equipment instruments, 
spares,  30% 

Ins t a l l a t ion  a t  40% ( i n c l  f r e igh t  and 
sales tax)  

Engineering, 15% 

5,000 
20,000 
5,000 
5 , 000 
5,000 
2,000 
5,000 
5,000 

37 ,000 
5,000 

48,000 
44,000 

4 000 
19,000 
44 , 000 
28,000 
199 ,000 
43,000 

35,000 

4,000 
4,000 
5,000 
2,000 

16 000 
5,000 

594 000 

178,000 

772,000 

309 , 000 
1,081,000 

162 , 000 
1,243,000 

2 
23. I n i t i a t o r  storage building, 300 f t  (3 $30) 

24. Process and storage building, 12,000 f t  ) 369 , 000 2 

@ $30 1 

Total $1 , 6 12 , 000 

(a) N u m b e r s  correspond t o  i t e m s  on production flow chart .  



Appendix V I 1 1  

MANUFACTURING COST ESTIMATE 
SOLAR CELL ENCAPSULATION PROCESS 

SHEET LAMINATION TECHNIQUE 

CALCULATIONS 

1. Raw Materials 

da s x 15 x 52=10) A = 6 200,000 f t  1 panel 
2 x 4 f t 2  Y r  

Desired output 
day 

250,000 panels/yr 

Assume 1% shrinkage and 5% rejects 

Prefabr ica ted  solar ce l l  arrays:  

x-- - 53.157895 mi l l i on  f t 2 / y r  1 f t 2  2 24x48 i n  
pane 1 144 in2  0.95 6,250,000 w x  

Y r  
Hardboard panels: 

2 x-= '.O1 panels 24x48 in2  1 f t 2  53.157895 mi l l i on  f t  /y r  panel 144 in2 0.95 6,250,000 
YP 

Glass m a t  spacer:  

panels 2 mats 24x48 i n 2  1 f t 2  1-01 2 x - = 106.31579 mi l l ion  f t / y  panel m a t  144 i n 2  0.95 6,250,000 
Y r  

Korad fi lm: 

panels 26x50  in2  1 f t 2  1.01 2 
I x - = 59.987208 mi l l ion  f t  /yr 144 i n L  0.95 X pane 1 6,250,000 

Y r  

Clear EVA sheet :  

2 panels 26x50 i n 2  1 f t 2  x-= 59.987208 mi l l i on  f t  /yr 
0.95 X panel 144 i n 2  6,250,000 

Y r  

White EVA sheet :  

- 1 f t 2  1.01 x-- panels 2 shee t s  26x50 i n 2  
144 in2  0.95 X shee t  X panel 6,250,000 

Y r  
2 

119.97442 mi l l i on  f t  /yr 

Raw Material Costs follow: 
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6 ft2 $0.10 
yr Xft2 Hardboard: 53.157895 x 10 - 

Glass mat spacer: 6.1 lb X 
ft2 106.31579 x lo6 - yr 17x22~550 inZ 

$1.68 x -  144 inL 
ftZ lb 

6 ft2 $0.05 
Xft2 Korad film: 59.987208 x 10 - 

Yr 

$0-0954 x 18 mils ftZ x 20 mils X 
6 ft2 Clear EVA: 59.987208 x 10 - 
Yr 

. $0*1004 x 12 mils 6 ft2 White EVA: 119.97442 x 10 - yr ftL x 20 mils 

= 5,315,790 

- - 838,992 

2,999 , 360 - - 

= 5,150,502 

- - 7 , 227,259 
21,531,903 

Use $21,53ll900/yr* 

*Excludes solar cell arrays 

2. Utilities 

I 3 
2 Assume each molding frame contains 30 x 54 x - x  2 = 1620 in steel 

Theoretical BTU to heat up, esch cycle: 

0.284 Ib BTu x (140-50) 0 C x oc = 7975 BTU/cyCk lb deg F 1620 in x in3 

Cost of theoretical steam for heat up, at $4/1000 lb steam 

Ib = $0.0319/cycle 1000 BTU $4 x BTU 7975 - cycle 1000 lb 

Assume cost to hold at temp equal to theoretical heat up = $0.0319 

Assume heating efficiency is 50% 2 (0.0319+0.0319) = $0.1276 

Assume equal cost for other utilities 0.1276+0.1276 = $0.2552/cycle 

= $1,679,000/yr $0.2552 200,000 panels 250 days 
cycle 8 day Yr 0.95 panel 



3. 

3. Freight 

Assume  no f r e ign t  i n  on EVA sheet o r  so l a r  cel l  arrays. 

Assume other  r a w  materials received by truck, truckload is lesser 
of 40,000 l b s  o r  8.40~10 = 3200 cu f t ,  
f r e igh t  cost i s  $500 p e r  TL. 

Hardboard: 

- - 6 f t 2  0.120 50 l b  $500 
12  ft  3 f t  400,000 l b s  53.157895 x 10 - x- 

Y r  
Korad : 

6 f t 2  0.003 ft  1 .2  x 62.4 l b  
f t 3  x- 12 59.987208 x 10 - 

Y r  

24.037 

G l a s s  m a t  spacer: 

- - 9,229 
355,503 

6 f t 2  0.005 $500 
ft  0.75~3200 f t s  x- 1 2  106.31579 x 10 - 

Y r  

Assume  other  f re ight  i n  is negligible.  
A s s u m e  f r e igh t  out  i s  paid by customer. 

U s e  $355,50O/yr 

4. Packaging 

A s s u m e  corrugated board packaging, p a l l e t ,  and overwrap costs  are $2.00 
pe r  100 modules 

= $125,00O/yr modules 250 days $2.00 
100 modules 25,000 

day Y r  
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5. Production 

MOLD CYCLES 

Step Operation 

1 
2 
3 
4 
5 
6 
7 
8 
9 
10 
11 
12 

13 
14 

15 

Stack station 1 
Stack station 2 
Stack station 3 
Stack station 4 
Stack station 5 
Stack station 6 
Stack station 7 
Stack station 8 
Close molding frame 
Apply vacuum to both molding frame chambers 
Apply heat with full vacuum 
Continue heat with full bottom vacuum, 

Continue heat with full bottom vacuum 
Remove from heat, cool to about 5OoC, 

Release vacuum, open molding frame, 

gradually release top vacuum 

hold bottom vacuum 

remove module assembly, place module on conveyor 
16 Clean and inspect for next cycle 

Time, Min - Sec 
0 - 19 
0 - 19 
0 - 19 
0 - 19 
0 - 19 
0 - 19 
0 - 19 
0 - 19 
0 - 19 

20 - 0 
20 - 0 

10 - 0 
6 -  0 

10 - 0 

1 -  0 
5 -  0 
74 - 5 1  

= 25,000 modules/day 200,000 ft2 1 module 
2x4 ft2 Desired output : 

day 
25,000 modules 1 day 

k Y  24 hr 

1041.7 modules 1 hr X hr 60 min 

= 1041.7 modules/hr 

= 17.36 modules/min 

At 95% yield, desired production rate: 

= 18.27 modules/min 17.36 
0.95 

At 85% stream efficiency, desired capacity rate: 

18.27 
0.85 = 21.50 modules/min 

No. of molds required: 

= 1609 molds 21.50 modules 74.85 mold min 
min module X 

No. of lines required: 

21.50 modules 19/60 min = 7 lines 
min X mod/stack statein 
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6. D i r e c t  labor ,  annual 

Description 

Raw materials handlers 
Stack s t a t i o n  at tendants  4x7 
Mold inspector ,  c leaner  2x7 
Panel inspector ,  trimmer 2x7 
Panel packager 1x7 
Product s torage,  shipping 
Machine supervisor 
Inspection/trim supervisor . 

S h i f t  supervisor 
S h i f t  mechanics 
Re l i e f  operators  2x7 

Average 5% s h i f t  d i f f e r e n t i a l  

(a) Number 

2 
28 
14 
14 
7 
2 
7 
1 
1 
2 

14  
92 
- 

Rate - 
4.00 
4.50 
4.50 
4.50 
4 .OO 
4.00 
6.00 
6.00 
7.50 
6.50 
4.50 

H o u r s  

24x250 
24x250 
24x250 
24x250 
24x250 
24x250 
24x250 
24x250 
24x250 
24x250 
24x250 

Total  

48,000 
756,000 
378,000 
378,000 
168,000 
48,000 

252,000 
36,000 

78,000 
378,000 

2,565,000 

45,000 

128,250 
2,693,250 

U s e  2,693,300 

(a)  Numbers correspond t o  items on production flow chart .  

7. Capital  equipment and buildings 

Each l i n e  
Flattened oval carrousel .  Mold cycle s teps  14 ,  15, 16, 1, 2 ,  3 ,  4,  5,  6, 
7 ,  8, 9 ,  10 on one s ide,  s t eps  11, 1 2 ,  13 on o ther  side, u t i l i t i e s ,  service 
connections, control  valves i n  center .  
Each l i n e  has 1609/7 = 230 molds. 
A s s u m e  each mold, with attachments and f i t t i n g s ,  requires  4 f t  x 6 f t  of 
space, allow average 1 f t  between molds. 
Carrousel width 6 f t ,  length 230 x 4 + 230x1 = 1150 f t ,  1150/2 = 
575 f t  each side 
Allow 10 f t  w i d e  x length of oval f o r  center  space. 
Allow 10 f t  x 20 f t  f o r  equipment f o r  each s tack s t a t ion .  
Total  area: carrousel ,  services 575 x (6+10+6) = 12,650 

s tack s t a t i o n s  8x10~20 

Conveyor t o  inspection area 3x250 
A i s l e s ,  6 f t  a l l  around 6x575~2 
Per l i n e  
Seven l i n e s  
Inspection and trim area 7x20~20 
Packaging area 7x20~20 

- - 1,600 
14,250 f t 2  

- - 750 f t 2  
= 6,900 f t 2  

21,900 f t 2  
= 153,300 f t 2  - - 2,800 
= 2,800 

158,900 
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Raw material storage 

6,250,000 1.01 3 Hardboard, 3 weeks x - x - = 383,350 panels 
Y r  0.95 52 

8 f t  12 i n  1 panel - 800 panels x- X - .- 0.120 i n  Assume 8 f t  s tack,  
panel s tack f t  0.120 i n  s tack 

1 s tack  2x4 ftL = 3834 ft 2 383,350 panels x 800 panels X stack 

Double for aisles allowance 2x3834 = 7668, assume 8000 f t  2 
2 A s s u m e  8,000 f t  64,000 

Product storage,  assume 1 week, assume 1/2 i n  s tack height/panel, 

f o r  each layer  x 8 l ayers  = 

stacks 8 f t  high - = 192 panels/stack 
0.5 

0 

2oorooo ftL = 1,000,000 f t  2 /wk 
day x5 

2 
1,000,000 f t  wkx 1 stack = 651 stacks - 

wk 192 x 2 x 4 f t x  

651 stacks x 2x4 f t2  = 5208 ft 2 double f o r  aisles allowance 

2x5208 = 10,416 assume 10,000 f t 2  s tack  

Building 

f t 2  

Manufacturing, trimming, inspection, packaging 
Raw materials storage 64,000 
Finished product storage 

158,900 f t 2  

O f f i c e ,  5% of 232,900 
Locker and lunch rooms, 5% of 232,900 
Maintenance shop, 40 x 100 

10,000 
232,900 
11,600 
11,600 
4,000 

260,100 
U s e  260,000 f t  

260,000 f t  2 x - =  $30 $7,800,000 
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Per  l i n e  

8. 

Stack s t a t ions  $50,000 x 8 
Molds $1,000 x 230 
Carrousel 1150 ft x $200/ft 
Heating p la ten  system 575 f t  x $500/ft 
Vacuum system $lOOO/mold x 230 

10 Cooling p la ten  system -x 575 f t  x $500/ft 36 
Conveyors, inspection, trim, packaging s t a t i o n s  

Instruments and controls ,  spares,  30% 

I n s t a l l a t i o n ,  40% 

Engineering, 15% 
Per  Line 
Seven l i n e s  
Auxil iar ies ,  10% 

Building 260,000 f t 2  @ $30/ft 
2 

Working c a p i t a l  

15 Raw material- (21,531,900 + 125,000 + 430,600) 
250 

’ 

+ Work i n  process - x 36,406,700 250 

+ Finished product 250 x 36,406,700 

+ Receivables 1 x 
- Payables - x 36,406,700 

36,406,700 
0.80 12 

12 

400,000 
230,000 
230,000 
287,500 
230,000 

80,000 

50,000 
1,507,5OO 

452,300 
1,959,800 

783,900 
2,743,700 

411,500 
3,155,200 

3 22,086,400 
2,208,600 

24,295,000 
7,800,000 

$32,095,000 

= 1,325,250 

- - 145,627 

- - 436,880 

= 3,792,365 

= -3,033,892 
2,666,230 

U s e  $2,666,300 



Appendix I X  

MANUFACTURING COST ESTIMATE 
SOLAR CELL ENCAPSULATION PROCESS 

LIQUID CASTING TECHNIQUE 

CALCULATIONS 

1. Raw materials 
2 

1 panel days x (5 x 52-10) - = 
200,000 f t  

b Y  2 x 4 f t Z  Y r  
Desired output 

6,250,000 panels/yr 

A s s u m e  1% shrinkage and 5% rejects 

Prefabricated solar cel l  arrays:  

panels 
Y r  

6,250,000 

Glass plates : 

6,250,000 
Y r  

G l a s s  m a t  spacer: 

panels 
Y r  

6,250,000 

Aluminum f o i l :  

6,250,000 panels 

Vinyl spacer s t r i p :  
Y r  

2 x- '*01 = 53.157895 mil l ion f t  /yr 
24 x 48 i n  1 f t 2  X panel 144 in2 0.95 

2 = 59.987208 mil l ion f t  /yr 26 x 50 i n  
. x- 1 f t 2  

X pane 1 144 inL  0.95 

24 x 48 i n  2 = 53.157895 mi l l ion  ft /yr 1 f t 2  1.01 x-  144 in2 0.95 X panel 

26 x 50 i n 2  1 f t 2  1.01 2 
X ~ x - = 59.987208 mil l ion f t  /yr panel 144 inL  0.95 

2 6,250,000 X X x-= 276,864 f t  /yr panels 6 x 1 x 1 i n 2  1 ft2 
Y r  pane 1 144 in2 0.95 

Plastisol: 

24 48 0.005 + 2 x 0.5 x 49. 0.048 + 2 6,250,000 x 124 x 48 x 0.020 + 
Y r  ~ 

1.01 3 x - = 113,145 f t  /yr 1 f t 3  3 
' i n  

2 x 0.5 x 4 x 0.0481 - X panel 1728 in3  0.95 

Raw Material Costs follow: 
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2 
G l a s s  plates ($12.030/50 f t  x 0.090 i n )  

6 f t 2  $12.030 
o*loo in 50 ft2x0.090 i n  50.987208 x 10 - 

Y r  
= $16,036,580/yr 

G l a s s  m a t  spacer : 
9 

419,496 6.1 lb  144 inL  $1.68 = 
f t 2  - l b  X 

6 f t 2  53.157895 x 10 - y r  17x22~500 in2  

Aluminum fo i l :  

1 fts 2.71x62.4 lb 
f t 3  x 0.001 i n  x - 12 i n  

6 f t 2  59.987208 x 10 - 
Y r  

$1.00 
l b  x- 

v inyl  spacer s t r i p :  

1 f t  1.2x62.4 lb $1.50 ft2 x 0.020 i n  x - 12 i n  x- f t j  lb 276,864 - 
Y r  

Plastisol: 

f t 3  1.21x62.4 l b  x.$0.8326 
Y r  f t d  l b  113,245 - 

Total r a w  materials (excluding solar ce l l  arrays)  

- - 845,340 

51  , 829 - - 

= 7 , l12,819/yr 

= $24,466,064/yr 

U s e  $24,466,100/yr* 

*Excludes solar ce l l  arrays.  

2.  U t i l i t i e s  

1 3 
2 A s s u m e  each cas t ing  frame contains 26 x 50 x - x  2 = 1300 i n  steel 

Theoretical  BTU t o  hea t  up, each cycle: 

0.284 Ib x Oo107 BTU x (350-120)°F = 9086 BTU/cycle 
lb deg F 

1300 i n  x in3 

Cost of t heo re t i ca l  steam f o r  hea t  up, a t  $4/1000 l b  steam 

1 l b  9086 - BTU x $4 x 
cycle 1000 lb 1000 BTU 

= $0.0363/cycle 

Assume  cost to  hold a t  temp equal to 1/3 theoretical hea tup= 0.0121 
0.0484 

Assume heating e f f ic iency  is 50% 

Assume  equal cost for o ther  u t i l i t i e s  

$0.1936 200,000 panels 250 days 1 cycle X 
0.95 panel day Y r  a X cycle 

0.0484 
0.0968 
0.0968 

$0.1936/cycle 

= $1,273,684/yr 

Use $1,273,700/yr 
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3. Freight  

Assume no f r e i g h t  i n  on plastisol o r  solar ce l l  a r rays  
Assume other r a w  materials received by t ruck,  truckload is lesser of 
40,000 lbs o r  8x40~10 = 3200 cu f t ,  f r e i g h t  cost is $500 pe r  TL. 

G l a s s  p a l t e s  

= $966,994/yr 40,000 lbs X 
6 f t 2  0.100 ft 2.48 x 62.4 lb 

f t 3  
59.987208 x 10 - x - 

Y r  12  

G l a s s  m a t  spacer 
6 f t 2  0.005 $500 

f t  0.75 x 3200 f t 3  53.157895 x 10 - x - Y r  1 2  
Aluminum f o i l  

-I 

0.001 ft 2.71 x 62.4 lb  
f t 3  

x- 6 f t L  59.987.208 x 10 - 
Y r  1 2  

$500 
40,000 lb 

Vinyl spacer s t r i p  

f t 2  0.020 f t  1.2  x 62.4 l b  $500 
Y r  1 2  f t 3  40,000 lb 276,864 - x - 

= 4,614 

= 10,567 

432 
982,607 

- - 

A s s u m e  o ther  f r e i g h t  i n  is negl igible  
A s s u m e  f r e i g h t  out  is  paid by customer 

U s e  $982,60O/yr 

4. Packaging 

Assume  corrugated board packaging, p a l l e t ,  and overwrap cos ts  are 
$2.50 pe r  100 modules 

- - modules 250 days $2.50 
100 modules 25,000 

day Y r  
$156,30O/yr 

5. Product storage,  assume 1 week, assume 1/2 i n  s tack height per  panel, 
4x12 
0.5 pallets 4 f t  high - = 96 panels /pal le t  

Assume 2 pa l le t s / s tack  

200,000 f t 2  5 da s 2 
= 1,000,000 f t  /wk wk X 

day 

= 651 s tacks  f t 2  1 stack 1 p a l l e t  
wk wk 2 p a l l e t s  96 x 2 x 4 f t 2  1,000,000 - 

2 2 
ft22 = 5,877 ft  26 x 50 i n  

s tack 144 i n  651 s tacks x X 

2 
Double f o r  aisle allowance 2 x 5877 - 11,754 assume 12,000 f t  
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6. Production 

Casting frame cycle 

- Step Operation 

1 
2 
3 
4 
5 
6 
7 
8 
9 
10 
11 
12 

Stack station 
Place picture frame 
Stack station 2 
Stack station 3 
Stack station 4 
Close, clamp casting frame 
Tilt casting frame 
Fill casting frame with plastisol 
Apply heat, fuse plastisol 
Apply cooling water, cool assembly 
Open casting frame, remove module assembly 
Clean and insepct for next cycle, return to 
horizontal 

Time, Min-Sec 

0 - 19 
0 - 19 
0 - 19 
0 - 19 
0 - 19 
0 - 19 
0 - 19 
5 -  0 
5 -  0 
5 -  0 
1 -  0 

5 -  0 
23 mind3 sec 2 

= 25,000 modules/day 200,000 ft 
day 1 x 4 ft2 Desired output: 

hr = 17.36 modules/min 1041.7 modules 
X hr 60 min 

At 95% yield, desired production rate: - e 36 = 18.27 modules/min 0.95 

At 85% stream efficiency, desired capacity rate: 

= 21.50 modules/min 9.85 
21.59 modules 23.22 frame min - No of casting frames required: - 

min module 

500 casting frames 

= 7 lines 21.50 modules 19/60 min No of lines required: min mod/stack station 
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7. Direct labor ,  annual 

Description Rate Hours Total  - N u m b e r  

Raw materials handlers 
Stack s t a t i o n  at tendants  
P l a s t i s o l  attendant 
Frame inspector,  cleaner 
Panel inspector,  trimmer 
Panel packager 
Product storage,  shipping 
Machine supervisor 
Inspection/trim supervisor 
S h i f t  supervisor 
S h i f t  mechanics 
R e l i e f  operators 

Average 5% s h i f t  d i f f e r e n t i a l  

2 
3x7 2 1  
1x7 7 
2x7 14  
2x7 14 
1x7 7 

2 
1x7 7 

1 
1 
2 

4.00 
4.50 
4.50 
4.50 
4.50 
4.00 
4.00 
6.00 
6.00 
7.50 
6 -50 

24x250 
24x250 
24x250 
24x250 
24x250 
24x250 
24x250 
24x250 
24x250 
24x250 
24x250 

48,000 
567,000 
189,000 
378,000 
378,000 
168,000 
48,000 

252,000 
36,000 
45,000 
78,000 

2x7 - 14 4.50 24x250 378,000 
92 2,565,000 

128,250 
2,693,250 

U s e  2,693,300 

8. Capital  equipment and buildings 

Each l i n e  
Flattened oval carrousel.  Casting frame cycle s teps  1, 2 ,  3, 4 ,  5, 6 ,  7, 
8, 9 on one s ide ,  s teps  10, 11, 1 2  on other  side, u t i l i t i e s ,  service con- 
nections, control  valves i n  center.  
Each l i n e  has 500/7 = 72 cast ing frames. 
A s s u m e  each cast ing frame, with attachments and f i t t i n g s ,  requires  
4 f t  x 6 f t  of space, allow average 1 Z t  between cast ing frames. 
Carrousel width 6 f t ,  length 72 x 4 + 72 x 1 = 360 f t  

Allow 10 f t  wide x length of oval f o r  center  space. 
Allow 10 f t  x 20 ft f o r  equipment f o r  s tack s t a t ions  1, 2 ,  4; 20 f t  x 20 f t  
f o r  s tack  s t a t i o n  3. 
Total  area: carrousel  services 180 x (6+10+6) - - 3,960 

s tack s t a t i o n s  3~1Ox20+20x20 = 1,000 

600 
A i s l e s ,  6 f t  a l l  around 6x180~2 = 2,160 
P e r  l i n e  7,720 f t  
Seven l i n e s  7x7720 = 54,040 
Inspection and t r i m  area 7x20~20 = 2,800 

360/2 = 180 f t  each side 

4,960 f t 2  - Conveyor t o  inspection area 3x200 - 

- 

Packaging area 7x20~20 = 2,800 
59,640 f t ,  

A s s u m e  60,000 f t L  

6,250,000 1.01 3 Raw material storage 
G l a s s  sheet ,  3 weeks x- o.95 X == 383,350 sheets  Y r  
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2 ft stack 0.100 in 2 ft 12 in 1 sheet = 240 sheets/pallet Assume x- X pallet ' sheet ' pallet ft 0.100 in 
Assume stack 4 pallets/stack 

1 pallet 1 stack 26x50 in' ftLZ = 3605 ft 2 383,350 sheets x 240 sheets 4 pallets stack 144 in 

2 Double for aisles allowance 2 x 3605 = 7210, assume 7500 ft 
Assume 7500 ft2 each for glass sheet, glass mat, aluminum foil, solar 
cell arrays; 2500 f t 2  for vinyl spacer strip: 20x20 for plastisol storage 
tank and distribution equipment: 4x7,500+2500+20x20 = 32,900 f t 2  

Assume 33,000 ft2 

Building 

2 Manufacturing, trimming, inspection, packaging 60,000 Et 
Raw materials storage 33,000 
Finished product storage 12,000 
Off ice 12,000 
Locker and lunch room 12,000 
Maintenance shop 4,000 

2 133,000 fc 

133,000 ftLx $30/ftL = $3,990,000 

Capital equipment and building costs 

Per line 

Stack stations 3x$50,000+1x$100,000 $ 250,000 
Casting frames $2,000 x 72 144,000 
Carrousel 360 ftx$200/ft 72,000 
Plastisol fill system 72x$1,000 72,000 
Steam system 72x$1,000 72,000 
Cooling water system 72x$l,OOO 72,000 
Casting frame closing, clamping, tilting, opening 

stations 50,000 
Conveyors, inspection, trim, packaging stations 50,000 

782,000 
Seven lines 7x$782,000 5,474,000 
Plastisol storage and distribution system 

Instruments and controls, spares, 30% 

Installation, 40% 

Engineering, 15% 

Auxiliaries, 10% 

2' 2 Building 133,000 ft @ $30/ft 

75,000 
5,549,000 
1,664,700 
7,213,700 
2,885,500 
10,099,200 
1,514,900 
11,614,100 
1,161,400 
12,775,500 
3,990,000 

$16,765,500 



7 .  

9. Working capital 

Raw material 15 (24,466,100 + 156,300 + 489,300) = 1,506,702 

+ Work i n  process - x 36,528,500 5 146,114 

250 

250 

+ Finished product - x 36,528,500 250 
36,528,500 + Receivables 1 x 12 0.8 

1 
12 - Payables -x 36,528,500 

- 438,342 

= 3,805,052 

= - 3,044,042 
2,852,168 

Use 2,852,200 


